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ABSTRACT 

PILOT FIELD SURVEY OF MARYLAND BRIDGES FOR DELAYED 

ETTRINGITE FORMATION DAMAGE 

 

The study investigated the possible presence of Delayed Ettringite Formation 
(DEF) in the Maryland Bridge Inventory.  The objective of the study included 
investigating the possible presence of DEF in cast-in-place concrete.  Two nondestructive 
test (NDT) methods, potassium autoradiography and impact-echo, were utilized in the 
study.  In addition, cores were taken for analysis with a scanning electron microscope and 
energy dispersive analysis x-ray, which identify DEF by crystal morphology and 
elemental composition.  The focus of this study was on bridges exhibiting wet map 
cracking on the surface, which is regarded as a surrogate for DEF. The PONTIS® Bridge 
Management System provided a means for selecting a sampling population.  In order to 
reduce the total population to the "sick" population, the PONTIS database was queried 
for concrete element with descriptions containing the phrase "map cracks".  A 
representative number of bridges from this set were selected from each district based on 
the percentage of total bridges in that district. 

The study found DEF throughout the sampled Maryland bridges indicating that 
DEF is not simply a regional problem that affects only a few states like Texas.  Of the 
twenty-nine cores taken, twenty-six exhibited DEF and two bridges without visible map 
cracking also contained DEF.  Alkali-silica reaction (ASR) gel, which is commonly said 
to be associated with map cracking, was observed in only a limited number of bridges 
with map cracking.  Therefore, map cracking is not necessarily a definitive indicator of 
ASR.  The study also showed cases of coexistence of DEF and ASR in six of the ten 
bridges cored, with this sample population showing a correlation between a distinct map 
cracking pattern on the exterior surface and DEF / ASR within the concrete. In the 
bridges that were studied, DEF was found in cast in place bridge elements. This therefore 
refutes the theory that DEF happens only as a result of high temperature curing. 

The potassium autoradiography NDT method measures the radiation emitted from 
40K, a radioactive isotope of potassium.  The test determines the actual levels of 
potassium present in the concrete.  However establishing a correlation between DEF and 
potassium level proved to be difficult since all the seven sampled bridges exhibited DEF.  
A larger sample size and more advanced image processing of the autoradiographs may 
reveal a correlation. The impact-echo NDT method uses attenuation of ultrasound to 
characterize the degree of damage. The method provided useful data in undamaged 
concrete, but the existing signal processing algorithm was difficult to use in damaged 
concrete.  Preliminary research into a more sophisticated algorithm suggests the method 
could be successfully applied to damaged concrete as well. 

Ettringite was found in Maryland bridges in the absence of ASR gel. In several of 
the bridges tested, both DEF and ASR were found coexisting, which suggests a possible 
link between DEF and ASR. 
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Chapter One 

Introduction and Overview 
 

1.1 Statement of the Problem 

 Expansion resulting from delayed ettringite formations (DEF) in hardened 

concrete could be a significant problem affecting the infrastructure.  To understand the 

specific causes of this problem, and the geographic extent and severity of it, it is 

necessary to collect data from as many concrete bridges as possible.   

 

1.2 Background 
The DEF problem first gained attention in Germany in the 1980’s when DEF 

caused precast railroad ties to fail prematurely (Thomas 2001).  Based on extensive 

analysis of available literature Day concluded that there appears to be a potential for 

secondary ettringite formation problem in North America given the current cement 

production and construction methods (1992).  The effects of expansion due to alkali silica 

reaction (ASR) and delayed ettringite formation (DEF) are well documented in laboratory 

experiments.  DEF causes distributed microcracking, loss of compressive strength, and 

reduced service life (Day 1992, Tepponen and Eriksson 1987, Shayan and Quick 1994, 

Heinz and Ludwig 1986, Heinz and Ludwig 1987, Heinz and Ludwig 1989). 

To understand DEF, some discussion of the hydration process is required and of 

particular interest to this study is the hydration of aluminates, which is fundamental to the 

proper setting of concrete.  Due to the rapid hydration of the aluminates (3CaO·Al2O3), 

the cement paste would immediately harden not allowing the formation of the C-S-H gel.  

In order to form C-S-H gel, gypsum is added to the cement prior to the hydration process 

to retard the rapid hydration of aluminates.  The retardation occurs because ettringite 
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 (3CaO·Al2O3·3(CaSO4) ·32H2O) forms a coating around the 3CaO·Al2O3 particle 

(Collepardi et al. 1978).  The chemical reaction for the formation of ettringite in this 

stage is as follows:  

 

3CaO·Al2O3 + 3(CaSO4 ·2H2O) + 26H2O      3CaO·Al2O3·3(CaSO4) ·32H2O  

 

As ettringite grows, the cement remains plastic, and once the gap between cement 

particles is bridged, the setting process occurs.  This initial formation of ettringite during 

the setting process is sometimes called primary ettringite formation to distinguish it from 

delayed ettringite formation.  Primary ettringite does not cause damage to the concrete, 

and after a period of days to weeks, the primary ettringite seems to disappear although 

what happens to its chemical constituents remains unclear.  Some researchers think that 

the calcium aluminum and sulfate ions are taken up by the C-S-H gel of the concrete.  

Others believe that the ettringite transforms into another calcium aluminum sulfate phase 

called monosulfate. 

The deleterious effects of DEF occur after the concrete has hardened when 

ettringite, for some reason, reforms and expands.  The mechanism of expansion is not 

fully understood, but it is believed, that during the formation of the crystal, either the 

absorption of water into the crystal or the crystal growth causes the concrete to be 

stressed particularly at the aggregate / paste interface.  Once the concrete exceeds the 

tensile strength, a microcrack forms along the aggregate / paste interface, and if this 

process is extensive, microcracking will lead to deterioration of the concrete matrix and 

reduction of the concrete strength.   

The DEF deterioration process given above is a general statement.  However as 

stated by Thomas (2001): “Currently there is a great deal of controversy surrounding 

DEF, particularly with regard to its correct diagnosis in field concrete and the role of heat 

curing and cement (or clinker) composition…”  Concerning the diagnosis in the field, the 

problem is that there is no nondestructive test for the presence of ettringite itself.  Map 

cracking is a visible symptom of microcracking, but it has been thought to occur only in 

the presence of ASR.  Some have gone so far as rule out DEF in favor of ASR when map 
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cracking is observed.  If the association between ASR and map cracking is not unique, 

then the possibility of misdiagnosis exists. 

Unfortunately, DEF itself can only be confirmed by finding ettringite crystals in 

the concrete, which utilizes a process that requires destructive sampling.  State DOT’s 

generally do not core concrete structures on a routine basis.  Consequently, DEF has 

usually been found in samples from the field that have been taken from damaged 

structures in the course of forensic investigations.  This is inherently a biased sampling 

method, and moreover since the investigation is done in the context of litigation, the 

interpretation of the results typically involves disputes among expert witnesses.   

Despite the large amount of attention that has been paid to DEF in the literature 

and in technical meetings, there is very little actual data from the field that would make it 

possible to resolve the various controversies.  Lawrence et al. (1999) document Texas 

Department of Transportation's (TxDOT) experience with DEF and premature concrete 

deterioration, and they indicate in several cases that DEF caused microcracking leading 

to premature deterioration. In particular, 50 box beam bridge girders had to be rejected 

because they developed DEF while still in the precast plant yard. Gress studied the 

possible cases of DEF in pavements, mainly in Iowa (1997).   

 

1.3 Objectives and Scope of Work 

 The primary objective of this study was to increase the database on DEF 

occurrences through a systematic survey of representative Maryland bridges.  Another 

objective was to evaluate two nondestructive test (NDT) methods that could provide 

indirect evidence of DEF damage.  The ultrasonic Impact-Echo method evaluated the 

extent of cracking and deterioration of the concrete.  Potassium autoradiography 

measured the level of potassium, which is believed to be important in the formation of 

ettringite.  In addition to NDT, a limited number of cores were analyzed by scanning 

electron microscope (SEM) with energy dispersive analysis x-ray (EDAX). 

The study was broken into three phases.  Phase one consisted of identifying a 

sample population of bridges for testing from the MDSHA Bridge Inventory.  Phase two 

involved adapting and calibrating the NDT methods to be used in the field.  Finally, 

phase three tested the bridges identified in phase one, analyzed the NDT data, and 
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investigated the cores taken from several bridges.  The results from the Impact-Echo and 

Potassium Autoradiography were compared to the results from the investigation of the 

cores. 

  

1.4 Outline of the Report 

Chapter 2 focuses on the mechanisms involved in DEF and presents the results of 

a literature review into the causes of DEF. 

Chapter 3 describes the statistical sampling methodology, along with the structure 

of the Maryland Bridge Inventory, including the current bridge management databases 

and documents existing bridge inspection practices. 

Chapter 4 presents an overview of the test procedure developed to detect ettringite 

in the field and correlate the results with a visual image.  The development of impact-

echo tests for establishing the level of microcracking present and autoradiography tests 

for indicating the possible presence of ettringite are presented.  The chapter discusses the 

test setup required for testing various bridge elements, and describes the methods used for 

analyzing corings taken from the bridges. 

Chapter 5 presents the autoradiography results of field tests on bridge elements 

and compares the results with the coring results where possible.   

Chapter 6 presents the impact-echo results from field tests on bridge elements and 

discusses the effectiveness of the analysis in quantifying the level of deterioration. 

Chapter 7 presents the coring results, and details the findings for types of DEF 

and ASR.  A discussion of DEF morphology is included to explain the various forms of 

ettringite crystals found in the bridge cores. 

Chapter 8 provides discussion of the results of the various testing method for the 

bridges tested.  The chapter develops correlation between DEF and ASR in several 

bridges. 

Chapter 9 provides the conclusions from the research, discusses remaining 

questions, and suggests future work arising out of the study. 
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Chapter Two 

Delayed Ettringite Formation - A Literature Review 

  

2.1 Introduction 
Portland cement concrete is a widely used construction material because of its 

pourability, giving the user flexibility to shape as desired while providing high strength.  

Premature deterioration can significantly reduce the service life of concrete, and delayed 

ettringite formation (DEF) is one of the many forms of premature deterioration.  Day, 

based on a comprehensive study of available literature, describes DEF as an expansion 

mechanism which is associated with extensive distributed cracking, commonly called 

map cracking, and reduced service life (1992).  Structures with DEF may add life cycle 

cost to the bridge maintenance system by requiring unplanned repairs or replacements. 

 

2.2 Cement Hydration 
Cement hydration is simply the reaction of water with various components of 

cement.  Two theories attempt to explain the hardening of concrete.  The Le Chatelier 

Theory states that the cement compounds go into solution first, then reconstitute in an 

interlocking maze.  The Colloidal Theory states that cohesion is the result of direct solid 

state reaction which produces a gelatinous mass.  Hydration does not typically occur for 

all cement compounds, with some remaining unhydrated for years.  This report assumes 

the reader has a working knowledge of cement components and hydration process.  For 

an in-depth discussion of cement hydration, see (Taylor 1990).  Cement chemist's 

notation will be used. 
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Table 2.1: Cement Chemists' Notation 

Notation Compound 

C CaO 

S SiO2 

Ŝ SO3 

A Al2O3 

H H2O 

 

Of particular interest to this study is the hydration of aluminates, which is 

fundamental to the proper setting of concrete.  Due to the rapid hydration of the 

aluminates (C3A), the cement paste would immediately harden not allowing the 

formation of the concrete matrix.  The addition of gypsum retards the rapid hydration of 

C3A.  The retardation occurs because ettringite (C6AŜ3H32) forms a coating around the 

C3A particle (Collepardi et al. 1978).  As ettringite grows, the cement remains plastic, 

and once the gap between cement particles is bridged, the setting process occurs.  

Depending on the cement composition, the ettringite can endure, but it typically reacts 

further (Taylor 1990).  The formation of ettringite during the setting process in called 

Primary Ettringite Formation.  Primary Ettringite Formation does not cause damage to 

the concrete. 

 

2.3 Delayed Ettringite Formation 
After the concrete has hardened, ettringite can form and expand in a process 

called Delayed Ettringite Formation (DEF, also called Secondary or Late Ettringite 

Formation).  (Day 1992, Taylor 1993, Heinz and Ludwig 1987) have documented DEF 

and the deleterious effects on hardened concrete.  Early studies focused on precast 

concrete members, which had high temperature heat treatments.  Batic et al. (2000) 

indicate that DEF can occur at ambient temperature.  Field studies of cast-in-place 

concrete have shown DEF in deteriorated concrete (Larive and Louran 1992, Schlorholtz 

2000).  Still it is difficult to directly correlate the potential for expansion with the 

deterioration occurring in the field, since the mechanism of DEF has not been 

established.  Lawrence et al. (1999) documents Texas Department of Transportation's 
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(TxDOT) experience with DEF and premature concrete deterioration.  They indicate in 

numerous cases that DEF caused microcracking leading to premature deterioration.  Their 

results came from scanning electron microscope (SEM) analysis of corings.  The case of 

interest is four cast-in-place high mast lighting pole foundations constructed in 1989.  

The foundations exhibited extensive map cracking throughout, and TxDOT attributed the 

damage solely to DEF.  The damage was so extensive that the foundations were 

considered structurally deficient and an emergency contract was executed to remove the 

high mast lighting poles.   

 

2.3.1 Mechanism of DEF Expansion 

The mechanism of DEF expansion is a highly debated issue.  Ettringite Crystal 

Growth Theory and Uniform Paste Expansion Theory are the two predominant theories.  

Heinz and Ludwig (1987), Lawrence et al. (1990) suggest the Ettringite Crystal Growth 

Theory, which attributes the expansion to pressure exerted by the growing ettringite 

crystals in the microcracks between the cement paste and the aggregate.  Scrivener and 

Taylor (1993), Johanson et al. (1993) proposed the Uniform Paste Expansion Theory, 

which suggest that the concrete expands and then the ettringite forms in the newly created 

gaps.  Yang et al. (1999) found no evidence to support the Uniform Paste Theory 

concluding that the ettringite present in the mortar produced the expansion.  Lawrence 

(1994) further observed that the ettringite forms only partially around aggregates.  The 

absence of ettringite in cracks around the entire aggregate tends to question the Uniform 

Paste Expansion Theory, since the theory accepts a uniform expansion and therefore a 

uniform distribution of ettringite.  Both theories lack conclusive evidence because DEF 

expansion leaves behind only the effect.  Day (1993) suggests that both mechanisms are 

possible and depending on the environmental condition one may be more prevalent.   

 

2.3.2 Potassium and DEF 

Recent studies suggest that the potassium content of the concrete may be a 

significant factor in the damage process.  (Gress 1997) indicated that there was a 

significant correlation between potassium content and degree of damage in field studies 

of concrete pavement.  (Ramadan 2000) in laboratory studies also suggests that 



 

8 

significant correlation is present between potassium content and degree of damage.  

(Livingston and Amde 2000) propose the following chemical reactions cause the 

formation of ettringite in which monosulfate (C4AŜH12) reacts to become ettringite 

(C6AŜ3H32). 

C4AŜH12 + 2Ca2+ + 2SO4
2- + 20H2O → C6AŜ3H32 

Potassium is commonly found in Portland cement as potassium sulfate and usually comes 

from illitic clay, which is used as a raw material in the production of Portland cement.  

Once water is added to the cement, the potassium sulfate reacts and calcium sulfate 

precipitates yielding the required ingredients for the reaction shown above.   

K2SO4 + Ca2+ + 2OH- → 2K+ + 2OH- + CaSO4 

The potassium over time reacts with the atmosphere to produce potassium carbonate. 

2K+ + CO3
2- → K2CO3 

Since potassium carbonate has a very low critical relative humidity for deliquescence 

(RH=43%), the surface cracks associated with DEF damage commonly exhibit a wet or 

moist zone along the cracks.   

 

2.3.3 Alkali-Silica Reaction (ASR) 

Premature deterioration of concrete due to alkali-silica reaction has been found 

throughout the world, and ASR is associated with map cracking on the surface of 

concrete members.  Some members affected by ASR exhibit DEF as well, which leads to 

confusion as to the exact expansion mechanism that caused the damage.   

Alkali oxides from cement and silica from aggregates are the key ingredients in 

the formation of ASR.  Reactive aggregates include: chalcedony, certain forms of stained 

quartz, cherts, flints, and opals according to Mehta (1986).  In the presences of water, the 

alkali hydroxides go into solution and then react with reactive silica, which produces 

calcium and alkali silicate gel.  Taylor suggests the formation of the gel itself does not 

cause damage, absorption of water by the gel causes expansion and cracking once the 

tensile stress of the concrete is exceeded (1990). 
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Chapter Three 

Field Study:  Maryland Bridge Inventory 
 

3.1 Introduction 
Characterization of bridge condition has traditionally involved an exhaustive 

approach.  That is, all bridges in a specific inventory are periodically inspected and a 

standard set of data items are recorded.  This approach is exemplified by the National 

Bridge Inventory and PONTIS.  Recently several studies have used a statistical sampling 

approach, in which only a limited number of bridges are actually inspected, and the 

results are extrapolated to the entire population.  Typically, this approach is used because 

the type of data being collected involves going beyond visual inspection to test methods 

that are time-consuming, expensive and may require destructive sampling.  

Consequently, the costs of an exhaustive survey of a given state’s population of bridges, 

which can number on the order of thousands, would be prohibitively large.  However, 

sampling introduces its own set of issues which must be considered.  These include the 

statistical methodology, the appropriate sample size, the method of selecting the sample 

and level of confidence. 

Field testing for ettringite involved Maryland State Highway Administration 

(MDSHA) bridge inventory, which includes all bridges on state routes, US routes, and 

most interstate bridges.  MDSHA is divided into seven districts, (see Figure 3.1). 
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Figure 3.1:  MDSHA District Map (Maryland State Highway Administration) 

 

The MDSHA bridge inventory contains reinforced concrete, prestressed concrete, and 

steel bridges.   The breakdown by type is given below, (see Table 3.1). 

 

Table 3.1:  Breakdown by Structure Type 

Structure Type Di
st

ric
t 1

Di
st

ric
t 2

Di
st

ric
t 3

Di
st

ric
t 4

Di
st

ric
t 5

Di
st

ric
t 6

Di
st

ric
t 7

St
at

e 
To

ta
l

Concrete 40 87 129 106 91 125 126 704
Concrete Continuous 7 11 3 5 3 6 18 53
Steel 45 74 204 231 136 136 175 1001
Steel Continuous 25 27 123 125 100 121 119 640
Prestressed (Pretensioned) Concrete 16 8 5 7 13 3 4 56
Prestressed (Pretensioned) Concrete Continuous 2 2 2 0 0 2 1 9
Prestressed (Post-tensioned) Concrete 0 0 0 0 0 0 0 0
Prestressed (Post-tensioned) Concrete Continuous 0 0 0 0 0 0 0 0

Total 2463  
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3.2 Bridge Management Systems 
 American Association of State Highway and Transportation Officials (AASHTO) 

developed the "Manual for Condition Evaluation of Bridges" and encourages the use of 

Bridge Management Systems (BMS).  AASHTO writes, "Bridge Management Systems 

may be used as a tool in allocating limited resources to the inspection, maintenance, 

rehabilitation and replacement of bridges" (American Association of State Highway and 

Transportation Officials 2000).  MDSHA currently maintains two databases:  PONTIS 

and Structural Inventory and Appraisal (SI&A).  SI&A contains all information 

pertaining to the structure, such as age, materials, type, length, height, detour length, etc, 

and includes a general evaluation of the major components, such as the deck, 

superstructure, substructure, channel, etc. (Maryland State Highway Administration 

Office of Bridge Development 1993).  PONTIS concentrates on evaluating the elements 

and quantifies the condition level of various elements (Maryland State Highway 

Administration Office of Bridge Development 1996).  See Figure 3.2 for a sample 

PONTIS form. The example is a bridge that has 1078 feet precast concrete interior 

girders in good condition, so the form is coded as 1078 condition state 1 (CS1).  The 

MDSHA PONTIS book gives the description for the condition state, which in this case is 

good condition with no repairs required.  Along with the quantifiable condition 

evaluation, the bridge inspector gives explanation of the defects.  The comments given in 

this example are that the beams are in good condition and a minor comment about a small 

spall.  Unprotected slopes, another item from the example form, indicate that both 

unprotected slopes are condition state 3 (CS3), which in this case is in poor condition 

needing various repairs.  The comments given by the inspectors try to clarify the type of 

work which should be preformed.  All of the field inspectors' data goes into the database, 

and MDSHA utilizes Microsoft Access © to manage the bridge system by developing 

queries based on priority of needs.  This allows MDSHA to match needs with limited 

funds in an efficient manner. 
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Figure 3.2:  Sample PONTIS Form (Tuhin Basu & Associates 2002) 

 

3.3 Bridge Selection for Testing 
In developing a population of bridges, several statistical models and methods 

were investigated.  The purpose of the research involves investigating the existence of 

ettringite in concrete elements of MDSHA bridges, and because the objective only 

BRIDGE NUMBER: INSPECTION DATE:

(58) DECK: 7 (59) SUPERSTRUCTURE: 7 (60) SUBSTRUCTURE: 7

(61) CHANNEL: 5 (62) CULVERT: N

ELEMENT TQ CS 1 CS 2 CS 3 CS 4 CS 5

026 1 1

104 1078 1078

210 33 33

215 62 62

217 62 62

253 91 91

261 2 2

CECIL COUNTY BRIDGE INSPECTION REPORT

10/8/2001CE000300

Concrete Deck, Protected with Coated 
Bars (EA)

Prestressed Concrete Closed Web/Box 
Girders (LF)

Reinforced Concrete Pier Wall (LF)

Reinforced Concrete Abutment (LF)

The abutment concrete caps are in good condition.

Other Material Abutment (LF)

Other Material Wingwalls (LF)

Unprotected Slope (dirt) (EA)

On the north east side of the bridge the bank has heavily eroded between the bridge and the point that 
Basin Run meets Octoraro Creek.  Approximately 5’ of erosion has occurred since the last inspection.  
Riprap bank protection is thin upstream from the bridge on the east side.  Under the bridge the riprap is 
partially buried under sand.

Deck has random hairline longitudinal cracks including several full-length hairline cracks.  The traffic paint 
markings have been totally worn away.

Good Condition.  Minor spalls on upstream fascia beam, 3” diameter  x ½”D and 1 ½” x 3” x ¼”D.  Open 
drainge/port holes in bottom of beams.

Good Condition.  Scour is occurring around the pier.  The footing is exposed by 12”- 18” in depth.  No 
undermining is noted, but along the west side of the pier the streambed has lowered by as much as 22”.  
No protection is provided for the pier footing.  

Good Condition.  West abutment has missing mortar.

Wing walls have mortar missing in joints.  The preformed joint between the northeast wing wall and the 
east abutment has failed.  The southwest wing wall has a 4” x 12” x 2”D spall along cold joint exposing the 
third guardrail post anchor bolt.  The northwest wing wall has a 4” x 4” x 3”D spall in the concrete cap 
along the bottom edge of cap.  Above northeast wing wall, the outside of the parapet at the third guardrail 
post has a spall 12” x 4” x 2 ½”D with an exposed post anchor bolt.  This spall continues on top of the wall 
5” x 4”.
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required investigating and not quantifying the existence of ettringite, a reduced 

population with a high probability was investigated.  From this "sick patient" population, 

a spatial distribution was chosen to be representative of the distribution of MDSHA 

bridges.   

In order to reduce the total population to the "sick" population, the PONTIS 

database was used by querying for concrete element with descriptions containing the 

phrase "map crack".  From the query, a possible bridge element list was started with the 

basic bridge information, type of element with map cracking, and inspector's comments 

about that element.  In order to have all information available in the project bridge list, 

the data from the SI&A database was added to provide the bridge demographics that are 

not included in the PONTIS database.  Once the SI&A data is added, the project bridge 

list could be used to determine the breakdown by type and location throughout the state.   

Of the 2463 bridges owned by the MDSHA, 905 bridges have at least one element 

with map cracks as noted by bridge inspectors in the PONTIS database.  But map 

cracking alone was found to be too general as a description, since map cracking is often 

associated with several possible causes including: overstress, improper stripping of 

formwork, ASR, and DEF.  Additional refinement of the list was needed to increase the 

probability of incidence in the selected bridges. 

Livingston and Amde suggest that bridges with DEF often appear as map 

cracking with moisture surrounding the cracks, so bridges were selected from the project 

database based on the inspectors' verbiage matching this description (2000).  To further 

reduce the "sick" population to the test population, test bridges were selected at random 

from the "sick" population within a given MDSHA district, which allowed the test 

population to match the spatial distribution of the overall MDSHA spatial distribution.  

Two bridges were also selected that did not exhibit map cracking, and provide control 

samples for the project.  See Table 3.2 for spatial breakdown and Table 3.3 for test bridge 

list including the control bridges.   
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Table 3.2:  Spatial Distribution of MDSHA Bridges  

 

 

A testing population of 14 bridges and 2 control bridges was selected.  See Table 3.4 for 

breakdown by district. 

Structure Type Di
st

ric
t 1

Di
st

ric
t 2

Di
st

ric
t 3

Di
st

ric
t 4

Di
st

ric
t 5

Di
st

ric
t 6

Di
st

ric
t 7

St
at

e 
To

ta
l

Concrete 40 87 129 106 91 125 126 704
Concrete Continuous 7 11 3 5 3 6 18 53
Steel 45 74 204 231 136 136 175 1001
Steel Continuous 25 27 123 125 100 121 119 640
Prestressed (Pretensioned) Concrete 16 8 5 7 13 3 4 56
Prestressed (Pretensioned) Concrete Continuous 2 2 2 0 0 2 1 9
Prestressed (Post-tensioned) Concrete 0 0 0 0 0 0 0 0
Prestressed (Post-tensioned) Concrete Continuous 0 0 0 0 0 0 0 0

135 209 466 474 343 393 443 2463

5.48% 8.49% 18.92% 19.24% 13.93% 15.96% 17.99% 100.00%
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Table 3.3:  Bridge Selection for Field Study  

 

Testing # Bridge # Location District 

1 2203201 US 13 NB over MD 346 1 

2 0500800 MD 404 over Watts Creek 2 

3 1511300 Greentree Rd over I-495 3 

4 1600400 US 1 over Paint Branch 3 

5 1620003 MD198 over I-95 3 

6 0311100 CSX over I-695 4 

7 0314200 Old Court Rd Over I-695 4 

8 0333402 I-795 over Franklin Blvd 4 

9 0208303 MD 100 EB over MD 174 5 

10 0800201 MD 5 NB over Zekiah Swamp 5 

11 1102100 US 219 over Deep Creek Lake 6 

12 2115004 I-70 WB over MD 632 6 

13 0605800 
Ladiesburg Rd. over Little Pipe 

Creek 
7 

14 1311000 MD 32 EB over US 1 7 

    

C1 0333702 I-795 over Cockeys Mill Rd 3 

C2 1301302 US 29 over Middle Patauxent River 7 
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Table 3.4:  Distribution of Bridge Selection by District 

 

District 

Percentage of 

State’s Bridge 

Population 

Bridges 

Selected per 

District 

Percentage of 

Test Population 

Percentage of 

District 

Bridges 

Tested 

1 5.48% 1 6.25% 0.74% 

2 8.49% 1 6.25% 0.48% 

3 18.92% 3 18.75% 0.64% 

4 19.24% 4* 25.00% 0.84% 

5 13.93% 2 12.50% 0.58% 

6 15.96% 2 12.50% 0.51% 

7 17.99% 3* 18.75% 0.68% 

Total 100.00% 16 100.00% 0.65% 

* Including Control Bridges 
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3.4 General Description of Selected Bridges 
A brief description of each bridge tested is provided for reference.  The element 

selected for testing is shown and the location is given in detail. 

 

 

 

 

 

 

 

 
 

 

 

Figure 3.3: Bridge Locations 

 

3.4.1 Bridge 2203201 (US 13 Northbound {NB} over MD 346) 

Bridge 2203201 is a three span structure built in 1972, with 32 foot end spans 

supported by cast-in-place concrete girders and 76 foot center span carried by steel 

beams.  Testing was preformed on the center concrete girder of the south end span, see 

Figure 3.4. 

I-70 over MD 632 

MD 32 EB CD over US 1 

Greentree Road over I-495 

US 1 over Paint Brach 

MD 100 over MD 174 

MD 198 over I-95 

Old Court Road over I-695 

I-795 over Franklin Blvd. 

Ladiesburg Rd. over Little Pipe Creek 

US 219 over Deep Creek Lake 

CSX Transportation 
over I-695

MD 5 over Zekiah Swamp 

MD 404 over Watts Creek 

US 13 over MD 346 
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Figure 3.4:  Test Location (2203201 – US 13 NB over MD 346) 

 

The concrete girders exhibited minor map cracking (hairline cracks), see Figure 3.5 for a 

close-up of the side of the girder. 

 

 
Figure 3.5:  Close-Up of Test Location (2203201 – US 13 NB over MD 346) 
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3.4.2 Bridge 0500800 (MD 404 over Watts Creek) 

Bridge 0500800 is a four span structure originally built in 1949 and reworked in 

1986, with four – 49 foot spans supported by steel beams, see Figure 3.6.  Map cracking 

was not observed on this structure, and no testing was preformed.   

 

 
Figure 3.6:  General Elevation (0500800 – MD 404 over Watts Creek) 

 

3.4.3 Bridge 1511300 (Greentree Rd over I-495) 
Greentree Road bridge over I-495 (Capital Beltway) is a four span steel beam 

structure built in 1962 with 40 foot northern end span, 2 – 74 foot center spans, and a 48 

foot southern end span.  The roadway width for Greentree Road is 30 feet with sidewalks 

on both sides, and testing was conducted on the inside face of the west parapet wall on 

the span over I-495 Outer Loop.  The parapet and sidewalk show heavy rusting possibly 

due to previous fencing and exhibit minor to severe map cracking throughout with 

occasional locations of efflorescence, see Figures 3.7 and 3.8 for the general test location 

and Figure 3.9 for a close-up. 
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Figure 3.7: General Test Location (1511300 - Greentree Rd over I-495) 

 

 
Figure 3.8: Test Location (1511300 - Greentree Rd over I-495) 
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(a)  Test Location – Clean (d) Test Location - Dirty 

Figure 3.9: Greentree Rd over I-495 (1511300) 

 

Two locations were identified for testing, a “clean” location which is a baseline 

reference location with as little map cracking as possible and a “dirty” location which 

exhibits heavy map cracking.  This step is preformed for all bridges were possible.  Some 

bridges exhibited a more uniform distribution of cracking which made the clean location 

must harder to select.  Bridge 1511300 exhibited drastic difference between the clean and 

dirty locations. 

 

3.4.4 Bridge 1600400 (US 1 over Paint Branch) 

Bridge 1600400 is a two span steel girder structure built in 1980 with a roadway 

width of 68 feet not including sidewalks along both sides, and 2 -80 foot spans; see 

Figure 3.10 for general testing location and Figure 3.11 for bridge elevation.  The test 

was preformed on the northwest wingwall, which exhibited moist map cracking 

throughout the wingwall see Figure 3.12. 
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Figure 3.10: General Test Location (1600400 - US 1 over Paint Branch)  

 

 
Figure 3.11: Bridge Elevation (1600400 - US 1 over Paint Branch) 
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Figure 3.12: Test Location (1600400 - US 1 over Paint Branch) 

 

3.4.5 Bridge 1620003 (MD 198 over I-95) 
Bridge 1620003 is a four span steel girder structure over I-95 built in 1971 and 

has a roadway width of 52 feet, with a 57 foot northern end span, a 137 foot northern 

center span, a 157 foot southern center span, and a 105 foot southern end, see Figure 

3.13.  The test was preformed on the exterior side of the southwest parapet wall above the 

southwest wingwall, see Figure 3.14.  The parapet and wingwall exhibited moist map 

cracking at random locations throughout the wingwall and parapet.  A thorough visual 

inspection of the exterior side of the south parapet wall for map cracking was not possible 

due to the heavy traffic volume on I-95.   
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Figure 3.13: Bridge Elevation (1620003 – MD 198 over I-95) 

 

 
Figure 3.14: Test Location (1620003 – MD 198 over I-95) 
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3.4.6 Bridge 0311100 (CSX Transportation over I-695) 

CSX Transportation bridge over I-695 (Baltimore Beltway) is a two span steel 

girder structure built in 1957 with 2 - 75 foot spans and a roadway width for CSX 

Transportation of 57 feet and 4 inches, see Figure 3.15.  Testing was conducted on the 

northwest wingwall.  The wingwall exhibits minor to severe map cracking throughout 

with occasional locations of efflorescence, see Figure 3.16.   

 
Figure 3.15: Bridge Elevation (0311100 - CSX Transportation over I-695) 

 

 
Figure 3.16: Test Location (0311100 - CSX Transportation over I-695) 



 

26 

3.4.7 Bridge 0314200 (Old Court Rd over I-695) 

Old Court Road bridge over I-695 (Baltimore Beltway) is a two span steel girder 

structure built in 1983, with a 137 foot eastern span, a 161 foot western span, and a 

roadway width for Old Court Road of 50 feet wide not including sidewalks on both sides, 

see Figure 3.17.  Testing was conduced on the outside face of the north parapet wall over 

the northwest wingwall.  The parapet wall exhibits minor map cracking in scattered 

locations, see Figures 3.18 and 3.19.   

 
Figure 3.17: Bridge Elevation (0314200 - Old Court Rd over I-695) 

 
Figure 3.18: Test Location (0314200 - Old Court Rd over I-695) 
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(a)  Test Location - Clean (d) Test Location - Dirty 

Figure 3.19: Old Court Rd over I-695 (0314200) 

 

3.4.8 Bridge 0333402 (I-795 over Franklin Blvd.) 

Bridge 0333402 is a two span steel girder structure built in 1985, with a 73 foot 

northern span, a 90 foot southern span, and a roadway width for I-795 of 50 feet wide, 

see Figure 3.20.  Testing was conducted on the south side of the median pier.  The pier 

exhibits minor map cracking in scattered locations and has been epoxy coated, see Figure 

3.21. 
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Figure 3.20: Test Location (0333402 - I-795 over Franklin Blvd.) 

 

 
Figure 3.21: I-795 over Franklin Blvd. (0333402) 
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3.4.9 Bridge 0208303 (MD 100 Eastbound {EB} over MD 174) 

Bridge 0208303 is a four span steel beam structure built in 1985, with 33 feet end 

spans, 44 feet center spans, and a roadway width for MD 100 of 30 feet wide.  Testing 

was conducted on the west abutment.  The abutment exhibits minor map cracking in 

scattered locations and has been partially epoxy coated, see Figures 3.22 and 3.23. 

 

 
Figure 3.22: Test Location (0208303 - MD 100 EB over MD 174) 

 

 
Figure 3.23: MD 100 EB over MD 174 (0208303) 
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3.4.10 Bridge 0800201 (MD 5 NB over Zekiah Swamp) 

Bridge 0800201 is a two span steel beam structure built in 1966, with 2 - 35 feet 

center spans, and a roadway width for MD 5 of 40 feet wide, see Figure 3.24.  Testing 

was conducted on the inside face of the east parapet wall.  The parapet wall exhibits 

minor map cracking in scattered locations around and on the curb, see Figures 3.25. 

 
Figure 3.24: Bridge Elevation (0800201 - MD 5 NB over Zekiah Swamp) 

 

 
Figure 3.25: Typical Map Cracking (0800201 - MD 5 NB over Zekiah Swamp) 



 

31 

3.4.11 Bridge 1102100 (US 219 over Deep Creek Lake) 

US 219 over Deep Creek Lake is a three span steel girder structure built in 1987, 

with 210 feet end spans, 260 foot center span, and a roadway width for US 219 of 40 feet 

wide, see Figure 3.26.  Testing was conducted on the northwest wingwall.  The wingwall 

exhibits minor map cracking throughout, see Figure 3.27. 

 
Figure 3.26: Bridge Elevation (1102100 - US 219 over Deep Creek Lake) 

 

 
Figure 3.27: Test Location (1102100 - US 219 over Deep Creek Lake) 
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3.4.12 Bridge 2111504 (I-70 Westbound {WB} over MD 632) 

I-70 westbound bridge over MD 632 is a four span steel beam structure built in 

1966 with a 38 foot eastern end span, 2 – 47 foot center spans, a 41 foot western end 

span, and a roadway width for I-70 WB of 40 feet.  Testing was conducted on the eastern 

pier.  The dirty location was on the southern column, and the clean location was on the 

center column.  The southern column exhibits minor map cracking throughout, see Figure 

3.28. 

 

 
Figure 3.28: Test Location (2111504 - I-70 WB over MD 632) 
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3.4.13 Bridge 0605800 (Ladiesburg Rd. over Little Pipe Creek) 
Bridge 0605800 is a three span concrete girder structure built in 1965, with 3 - 35 

feet spans and a roadway width for Ladiesburg Road of 24 feet wide, see Figure 3.29.  

Testing was conducted on the south abutment.  The abutment exhibits minor map 

cracking in scattered locations, see Figure 3.30. 

 
Figure 3.29: Bridge Elevation (0605800 – Ladiesburg Road over Little Pipe Creek) 

 

 
Figure 3.30: Test Location (0605800 – Ladiesburg Road over Little Pipe Creek) 
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3.4.14 Bridge 1311000 (MD 32 EB over US 1) 

MD 32 EB bridge over US 1 is a two span steel girder structure built in 1983, 

with a 111 foot eastern span, a 107 foot western span, and a roadway width for MD 32 

EB of 43 feet, see Figure 3.31.  Testing was conducted on the southeast wingwall, which 

exhibited minor map cracking throughout, see Figure 3.32. 

 
Figure 3.31: General Test Location (1311000 - MD 32 EB over US 1) 

 

 
Figure 3.32: Test Location (1311000 - MD 32 EB over US 1) 
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3.4.15 Control Bridge 0333702 (I-795 bridge over Cockeys Mill Road) 

I-795 bridge over Cockeys Mill Road is a three span steel girder structure built in 

1985, with 38 foot end spans, a 66 foot center span, and a roadway width for I-795 of 50 

feet, see Figure 3.33. 

 
Figure 3.33: Test Location (0333702 – I-795 over Cockeys Mill Road) 

 

3.4.16 Control Bridge 1301302 (US 29 Southbound {SB} over Middle Patuxent River) 

US 29 bridge over Middle Patuxent River is a three span steel beam structure built 

in 1970, with 45 foot end spans, a 50 foot center span, and a roadway width for US 29 of 

52 feet, see Figure 3.34. 

 
Figure 3.34: Test Location (1301302 – US 29 SB over Middle Patuxent River) 
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Chapter Four 

Nondestructive Testing Methods 

  

4.1 Introduction 
Several testing methods were utilized in testing Maryland bridges for the presence 

of ettringite.  The nondestructive testing techniques used were Autoradiography and 

Impact-Echo.  Both have been investigated in this project for use along with scanning 

electron microscope (SEM) and energy dispersive analysis x-ray (EDAX) methods. 

 

4.2 Potassium Autoradiography 
Livingston and Amde have proposed that potassium content of concrete may be a 

significant factor associated with ettringite damage.  Autoradiography, a nondestructive 

testing method, was developed to measure the potassium levels of concrete in situ.  The 

Autoradiography test measures ambient radiation emitted from the test concrete sample.  

The particular radioisotope measured is 40K, which has an abundance of 0.0117%.  It 

decays primarily by emitting a beta particle with a maximum energy of 1.314 MeV.  

Alternately it also decays by electron capture roughly 11% of the time, which yields a 

gamma ray with energy of 1.461 MeV.  The rate of decay is slow, with a half-life of 1.26 

x 109 years (Livingston and Amde 2000).   
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Figure 4.1: 40K Decay Scheme 

The conventional method for producing autoradiographic images has used the X-

ray film, but this application uses electronic imaging plates or storage photostimulable 

phosphor (SPP) plates.  The operating principle involves the transfer of energy from the 

radiation to the storage phosphor, which is usually a BaFBr scintillator doped with 

europium.  This energy remains trapped until it is read out by stimulating the phosphor 

with a scanning laser beam, which results in the release of the energy as photons of light.  

These are then detected by a photomultiplier tube.  The result is a digital image with a 

pixel size as small as 25 µm with a dynamic range > 105 (Livingston and Amde 2000). 

 

4.3 Development of Testing Procedures 
For this study, Federal Highway Administration (FHWA) provided use of their 

FUJIFILM BAS-5000 scanner, which reads neutron and x-ray radiograph image plates.  

BAS-MS 2025 imaging plates were use because of the moisture resistance and high 

sensitivity.  According to FUJIFILM, the BAS-MS imaging plates are 100 times more 

sensitive than conventional X-ray film to emitted radiation (FUJIFILM).  FUJIFILM 

provided two software packages, LProcess v2.0 and Image Gauge v4.0, for analyzing and 

viewing the digital images produced by the scanner.   

The premise of the test was the damaged area would have higher relative levels of 

radiation when compared to an undamaged area of the same specimen.  Five tests were 

developed to test the premise. 
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4.3.1 Trial Testing at FHWA's Turner-Fairbanks Highway Research Center (TFHRC) 

The goals of the trial testing at Turner-Fairbanks were twofold.  The first goal 

involved developing a testing procedure able to detect the increased levels of potassium, 

and the second goal involved developing a test setup to facilitate testing in the field.   

Testing began in November 2001 and continued until April 2002, during this time 

numerous test were preformed.  For consistency, each test used the same location, either 

the "clean" or "dirty" location.  The clean location is believed little or no ettringite, and 

the dirty location exhibits signs of ettringite type damage.  Since this testing technique is 

non-destructive, positive identification of ettringite in the testing locations are not 

possible.  For the field study, corings of both the clean and dirty locations will be tested 

using SEM and EDAX to develop positive identification of the presence of ettringite. 

 

4.3.1.1 Test 1: Validation (24 hour duration) 
The first testing sequence tested the premise that the dirty location should exhibit 

higher levels of radiation that the clean location.  In the second floor catwalk between the 

Fairbanks and Turner buildings, a testing site was selected.  See Figure 4.2 for the dirty 

location, Figure 4.2 also shows the testing equipment set to the left of the test site.  Figure 

4.3 shows a close up of the dirty location.  Figure 4.4 shows the overall test setup, note 

the test setup to the left is for the clean location and the right test setup is for the dirty 

location. 

 
Figure 4.2:  Dirty Test Location 
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Figure 4.3:  Close up of Dirty Location 

 

 
Figure 4.4:  Overall Testing Location 

 

The results indicated higher levels of potassium in the dirty location versus the 

clean location.  Using ImageGauge 4.0, the overall PSL density was calculated for both 

images.  Note that both images use the same linearly varying negative grayscale.  The 

PSL density (PSL / mm2) was 0.37 and 1.08 for the clean and dirty locations, respectively 

(See Figure 4.5 for the clean location and Figure 4.6 for the dirty location).  The results 
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indicate higher level of potassium in the area of distributed damage, which is consistent 

with expectations. 

 

 
Figure 4.5: Clean Location Test 1 

 
Figure 4.6: Dirty Location Test 1 



 

42 

4.3.1.2 Test 2: Validation (48 hour duration) 

The second test involved duplicating the first test, except changing the testing 

duration to 48 hours.  Again the PSL density of the clean location versus the dirty 

location was compared.  The PSL density was 0.62 for both locations.  This test indicated 

that in 48 hours all valuable data was lost, due to the plate becoming saturated with 

background radiation (See Figure 4.7 for the clean location and Figure 4.8 for the dirty 

location).  Note that both images use the same linearly varying negative grayscale. 

 
Figure 4.7: Clean Location Test 2 

 
Figure 4.8: Dirty Location Test 2 
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4.3.1.3 Test 3: Double Plate Test 

The third test involved using two plates on the dirty location.  The problem with 

the single plate test was that analysis of the results could not separate the surface crack 

radiation from the general concrete mass radiation.  The working hypothesis was that 

potassium will have higher concentrations near the cracks prevalent with DEF, and Fast 

Fourier Transform (FFT) analysis can be performed on the surface radiation image to 

provide correlation between the potassium locations and crack locations by comparing 

the processed image to a visual image.  Since the surface radiation was the desired result 

of this testing, a second plate was introduced behind the front plate, with which a 

subtraction process could be developed.   

The PSL density was 0.74 for the front plate and 0.73 for the back plate.  The 

minimal difference was attributed to the closeness of the plates, and the suggested 

modification added a 1mm piece of lead between the plates.  See Figure 4.9 for the front 

image and Figure 4.10 for the back image. 
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Figure 4.9: Front Image – Dirty Location 

 
Figure 4.10: Back Image – Dirty Location 
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4.3.1.4 Test 4: Double Plate with Lead Test (Dirty Location) 

A new cassette was fabricated for this configuration of image plates.  The fourth 

test involved using two plates, with a 1mm piece of lead between the image plates, on the 

dirty location.  This test again tries to correct the problems with the single plate test.  The 

theory behind the testing setup relied on the attenuation length for the surface β- particles, 

which stated simply means the β- particles (electron) can only travel a maximum distance 

from the release point of the original atom before another atom captures the electron.  In 

order to block all β- particles from reaching the back plate, a piece of lead was added 

between the front and back plates with adequate thickness.  Feather's rule gives the 

approximate range of the β- particle:   

 

 

where R is the range in cm, E is energy in MeV and d is density in g/cm3.  The 

density of normal concrete is 2.3, which yields R~0.24 cm, and the attenuation of the γ 

photon is about 8.5 cm because the γ photon has considerably more energy.  In a test, the 

front plate receives β- particles from < 0.25 cm in depth or γ photons from < 8.5 cm.  

Some of the γ photons pass through the front plate and 1mm piece of lead before being 

detected by the back plate.  Murray states that at 1.461 MeV the rest of the γ photons that 

pass the first plate will interfere with lead atoms in the 1mm plate (2001).  The principle 

is called the Compton Effect, which involves a gamma ray (γ photon) colliding with an 

electron (β- particle) knocking the electron out of orbit.  The gamma ray loses some 

energy as the result of the collision, and both are then detected by the back plate.  Figure 

4.11 shows that for a γ photon with 1.461 MeV the most prevalent interaction is Compton 

Effect (Murray 2001). 
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d
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Figure 4.11: Gamma Ray Cross Section in Lead, Pb. Plotted from Data in National 

Bureau of Standards Report NSRDS-NSB-29 (Murray 2001) 

 

The Autoradiography results exhibited PSL density values of 0.51 for the front 

plate and 0.46 for the back plate.  The differences were insignificant and could indicate 

low levels of potassium in the test location; field testing with coring analysis is required 

to validate this testing technique.  See Figure 4.12 for the front image and Figure 4.13 for 

the back image.   
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Figure 4.12: Front Image – Dirty Location 

 
Figure 4.13: Back Image – Dirty Location 
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4.3.1.5 Test 5: Double Plate with Lead Test (Clean Location) 

The double plate test was preformed on the clean locations.  The PSL density 

values were 0.60 for the front plate and 0.46 for the back plate.  The differences may be 

significant since the expected levels of radiation should be less for the back plate.  

Further research should be done to better understand these results.  Overall, the plates 

exhibit low levels of potassium in the test location; field testing with coring analysis is 

required to validate this testing technique.  See Figure 4.14 for the front image and Figure 

4.15 for the back image.   

 
Figure 4.14: Front Image – Clean Location 

 
Figure 4.15: Back Image – Clean Location 
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4.3.2 Summary of Testing at TFHRC 

Five tests were performed in the process of developing the Autoradiography 

method of field testing.  First, the single plate test indicated a potential of the dirty 

location having higher level of potassium than the clean location.  The plates remained in 

place for approximately 24 straight hours.  The second test lengthened the time duration 

to 48 hours, which resulted in the loss of all important data.  The third test tried to 

distinguish between the surface radiation and the mass concrete radiation, so two plates 

were used at the same location with one plate being in front of the other.  The test 

provided no distinguishable differences between either plate.  As a modification to the 

third test, a 1mm piece of lead was introduced between the front plate and the back plate.  

The new configuration was used to test both the dirty location, as the fourth test, and the 

clean location, as the fifth test.  The results from the fourth and fifth tests indicated 

insignificant differences between the front plate and the back plate, and field testing with 

coring analysis should be preformed to verify this testing method. 

 

4.3.3 Testing Setup 

Following preliminary testing, the TFHRC machine shop fabricated several 

cassettes for field use.  The cassettes were the same type as used in the final two 

preliminary tests.  Two imaging plates are used in each cassette with a 1 mm piece of 

lead separating the plates.  Several cassette support systems were utilized throughout the 

field testing process.  See Figure 4.16 for one example. 
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Figure 4.16: Design of Support System 
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4.3.4 Standard Procedures 

Prior to field testing, a standard testing procedure was developed to ensure 

uniformity.  First, the image plates are erased prior to leaving FHWA or in the van on 

site.  Once on the bridge site, the testing locations and equipment necessary to support the 

cassettes at these locations are determined.  The cassettes for the Autoradiography test are 

setup after the Impact-Echo test has been preformed.  The locations and conditions are 

logged before inserting the imaging plates into the cassette.  The plates are set up and left 

for 18 to 24 hours after which time the plates and equipment are removed, and the plates 

are read as soon as possible. 

 

4.4 Impact Echo 
The impact-echo method is a technique for flaw detection in concrete based on 

stress wave propagation. The method was conceived in 1983 by a team of researchers at 

the National Institute of Standards and Technology and is based on the use of transient 

stress waves generated by an elastic impact on a concrete surface. It is quite similar to the 

use of seismic waves for geotechnical exploration. Especially, research at Cornell 

University, under the direction of Dr. Mary Sansalone, has refined the theoretical basis 

for the method and has led to the development of the field test. The impact-echo method 

has been found effective for locating distributed damage in concrete. 

 

4.4.1 Basic Principles 

 In order to understand how the impact-echo method may be applied to the 

identification of distributed damage, it is best to start by explaining the basic principles of 

the impact-echo method. 

 The principle of the impact-echo method is illustrated in Figure 4.17. A transient 

stress wave is introduced into the test object by means of a mechanical impact on the 

surface. The mechanical impact is generated by tapping a small steel ball, of ranging 

diameters (though usually less than 15mm), against the testing surface. The stress wave 

generated propagates into the test medium along spherical wavefronts as compression (P-

) and shear (S-) waves. Additionally, a surface wave is generated, which is called a 

Rayleigh (R-) wave, and travels along the surface away from the point of impact. The P- 
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and S- waves are reflected by internal discontinuities and external boundaries. The 

reflected waves returning to the surface of impact generate displacements which can be 

measured by a receiving transducer placed near the point of impact. If the receiver is 

placed close to the impact point then the displacement waveform is dominated by the 

arrival of the P- waves. The displacement waveform is used to determine the travel time, 

t, from the time of impact to the arrival of the first P- wave reflection. If the P- wave 

speed, Cp, in the test medium is known then the distance, T, to the reflecting interface can 

be calculated.  

 

P

S

R R

Impact

P - Compression waves
S - Shear waves
R - Rayleigh waves

 
Figure 4.17 Schematic illustration of wavefronts generated by impact on a solid. 

 

 The first wave to reach the transducer is an R- wave. The R-wave causes a large 

initial downward displacement of the transducer. The P- wave is next, dominating the 

waveform with its multiple reflections (2P, 4P, 6P, 8P etc.). The period between P-wave 

arrivals, tT, denotes the time necessary for a stress wave to travel the distance, 2T, to the 

reflecting interface and back to the point of impact. This process is illustrated in Figure 

4.18. 

 For ease of analysis and expediency, waveforms are transformed to the frequency 

domain using Fast Fourier Transform technique. The resulting amplitude spectrum is 

used to identify the dominant frequencies present in the waveform.  Figure 4.18(C) is the 

spectrum corresponding to the waveform in Figure 4.18(B).  The single dominant peak in 

the spectrum corresponds to the frequency of P-wave arrivals at the top surface of the 
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plate.  The frequency (fT) at which the peak occurs is obtained by taking the inverse of 

the time between P-wave arrivals (tT). 

 
Figure 4.18 Impact -echo test carried out on a solid concrete plate (A). 

(B) waveform, and (C) spectrum 

(Adapted from Sansalone and Streett, 1997) 
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 The waveform is clearly periodic. The period, t, is equal to the travel path, 2T, 

divided by the P-wave speed. Since frequency is the inverse of the period a standard set 

of equations becomes apparent: 

 t = 2T / Cp   or  T = Cp / 2fp or  fp = Cp / 2T  Equation 4-1 

 where:  Cp is the P- wave speed 

  fp is the frequency of reflected waves 

  t is the period of reflected waves 

  T is the thickness of the medium (concrete plate) 

Research on transient wave propagation has shown that a correction factor is needed to 

account for the geometry of the tested member. In the case of a plate, the shape factor is 

0.96. And so the equation becomes: 

fp = 0.96 Cp / 2T      Equation 4-2 

 P- wave speed is related to the concrete’s density, aggregate type, moisture 

content as well as other factors. The P-wave speed can be determined in terms of the 

modulus of elasticity, E, and the Poisson’s Ratio, ν, of the concrete in question. The P- 

wave speed is determined using the following equation: (Sansalone and Carino, 1987) 

 Cp
E

=
⋅ −

⋅ + ⋅ −
( )

( ) ( )
1

1 1 2
ν

ρ ν ν
  Equation 4-3 

During field testing, the P- wave speed is determined at a location where the concrete is 

sound and the thickness is known.  

 The amplitude response is altered by the presence of a flaw within the concrete. 

The effect of a flaw is illustrated by Figure 4.19(a) where the arrows schematically show 

the primary paths taken by the P- wave as it propagates into the plate and is reflected and 

diffracted by the flaw and reflected by the bottom boundary. The waveform shown in 

Figure 4.19(b) illustrates the deflections caused by the multiple reflections of P-waves 

from both discontinuities. The frequency of the arrival of the P-waves increases due to 

the shorter travel path to the flaw in the concrete. Both sets of periodic displacements 

resulting from reflections from the flaw and from the bottom boundary are superimposed 

in the waveform shown. In the amplitude spectrum shown in Figure 4.19(c) the second 

(higher) frequency corresponds to the reflections from the flaw in the medium. The first 
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(lower) frequency results from reflections from the bottom boundary of the medium. The 

depth of the flaw can be determined using Equations 4-1. 
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Figure 4.19 Impact -echo test on a concrete plate containing a flaw.  (A) 

(B) waveform, and (C) spectrum 

(Adapted from Sansalone and Streett, 1997) 
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4.4.1.1 Impact Duration 

 In the impact-echo technique, stress waves are generated by tapping a small steel 

ball (3 - 15mm in diameter) against the surface of the test object.  The impact duration 

determines the thickness of the concrete that can be measured as well as the size of the 

flaws that can be detected. Generally, contact times for the steel spheres used range from 

15 – 100 microseconds.  

 Contact time used in testing must be matched to the size of the test object, the 

expected flaw depth and size.  Typical sizes of the steel balls used for the work described 

in this report ranged in size from 5 to 12 mm in diameter.  These steel balls produced 

impacts with contact times in the range of 20 to 50 microseconds. 

 

4.4.1.2 Impact Echo Instrumentation 

 The impact echo test system is comprised of three components: 

• An impact source (steel balls) 

• A displacement transducer 

• A computer equipped with a data acquisition card. 

The instrumentation is shown in Figure 4.20.  

 The steel balls are mounted on steel wire springs to allow for ease of use in hitting 

the desired surface. As previously mentioned, the balls range in diameter from 3-15mm. 

 The transducer is a small piezoelectric crystal which is attached to a brass 

backing. Several are provided when an impact echo system is purchased as contact with 

the rough concrete surface will eventually cause wear. 

 Recently Windows based software has been developed for the impact echo system 

and so a typical laptop computer may be used to analyze the waveforms. 
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Figure 4.20 Equipment used for impact-echo testing 

 

4.4.2 Application of the Impact Echo Method to Distributed Damage Mechanisms 

 The impact echo method has been successful in detecting a variety of defects 

including voids and honeycombed concrete in structural members. These are discrete 

flaws. Distributed damage produces distributed cracking and hence would cause a 

scattering of the stress waves rather than an almost perfect reflection of these waves. We 

will see that this scattering is a form of attenuation and we will attempt to understand the 

different types of waveforms associated with this attenuation. 

 

4.4.2.1 Attenuation of Stress Waves 

 Attenuation is the result of scattering and absorption of the wave energy. As the 

spherical stress wave propagates through a material, the energy in the wave decreases the 

further the wave travels. This decrease in wave energy is due to attenuation and 

divergence. In a solid such as concrete, the scattering is the result of wave reflection, 

refraction, diffraction and mode conversion at each interface between dissimilar materials 

and especially at crack boundaries (Sansalone and Carino, 1987). Absorption is the direct 

conversion of stress wave energy into heat through friction caused by particle interaction. 
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Divergence refers to the spreading of a spherical wavefront as it propagates through 

concrete.  

 The amplitude or intensity of the stress wave can be shown to be inversely 

proportional to the distance from its source. The relationship is described by the 

following equation: 

 I = I0 / r     Equation 4-4 

 Where:  I0 is the initial intensity of the stress waves 

   I is the stress wave intensity at r 

   R is the distance from the point of impact. 

Since r is equal to the product of Cp and t, Equation 3-3 can be written as: 

 I2 = I0 / Cp*t     Equation 4-5 

It can be seen that the decrease in energy over time is dependent on the P- wave speed in 

the material in question. The two previous equations describe the loss in intensity over 

time due to the divergence of the wavefront. In addition, when P- waves are incident 

upon the boundaries of the medium, a partial conversion of said P- waves into S- waves 

occurs. This results in further losses in intensity. Clearly the more reflections, the more 

mode conversions that occur, and hence greater losses in wave intensity. For typical 

configurations, the mode conversion that occurs reduces the intensity of the reflected P-

wave by approximately 3%. The theory described here is discussed in detail by 

Krautkramer and Krautkramer (1990). That work is summarized in the following graph:  
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Figure 4.21 Comparison of Stress Wave Intensity Losses 

 

4.4.2.2 Losses in Real Materials 

 Krautkramer and Krautkramer have proposed that an exponential decay function 

be used to more accurately describe the losses that occur in real materials. In real 

materials, adsorption and scattering due to internal discontinuities occur in addition to 

attenuation, divergence and mode conversion. The form of the equation they propose is 

shown below: 

 I = I0 exp(-α t)     Equation 4-6 

 Where:  α  - represents the decay constant 

   t – time 
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The advantages of using this equation are: 

1. The decay constant provides a convenient measure of the rate that the intensity 

(pressure) in a P-wave decreases. 

2. Losses due to divergence, scattering, and mode conversions can all be lumped 

together in the decay constant. 

3. Use of a least squares curve fitting technique can be used to calculate the decay 

constant for real data. (P-wave arrivals in impact-echo waveforms) 

The calculated decay constant is a convenient measure of the losses occurring as a P-

wave propagates through a material. The use of this equation is described in Figure 4.22.  

Figure 4.22 Comparison of theoretical stress wave intensity curve and least 

squares curve fitting to decay curve. 
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4.4.2.3 Effects of Distributed Damage on Stress Wave Propagation 

 When stress waves propagate through concrete, they will be scattered at all crack 

boundaries and air voids. In good quality concrete, the amount of scattering that occurs 

due to microcracks and entrapped air voids has a negligible effect on the lower frequency 

stress waves used in impact-echo testing. (Sansalone and Carino, 1987)  However, as the 

amount of cracking, caused by distributed damage mechanisms increases, the amount of 

scattering will increase. 

 Previous research has shown that all cracks, having a crack opening larger than 

about 0.025 mm (0.001 in) will begin to scatter stress waves. (Cheng and Sansalone, 

1995)  As more cracks develop and open beyond 0.025 mm, they will transmit less 

energy across the crack and instead cause an increased amount of stress wave scattering.  

This will result in a more rapid decrease in stress wave intensity with time than is caused 

by divergence (beam spreading) alone.  When cracks reach 0.08 mm (0.003 in) in width 

they become distinct cracks, and no energy is transmitted across the crack. (Sansalone 

and Streett, 1997) 
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Chapter Five 

Autoradiography Testing Results 

  

5.1 Introduction 
As discussed above, 16 bridges were selected as part of the overall project with 

Maryland State Highway Administration (MDSHA).  Seven of the bridges were tested 

using the autoradiography method before the autoradiography plates were lost.  At least 

two exposures were made at each site.  One was on an area that showed visible map 

cracking and thus was called the “dirty” location and the other where no map cracking 

was observed was called the “clean” site.  As described in Chapter 4, each location 

involved the exposure of two image plates simultaneously.  The front plate was exposed 

to the sum of beta and gamma radiation, while the back plate was exposed to only the 

gamma radiation.  The pair of plates was typically exposed for 24 hours, although in 

practice the exposure times ranged from 18 to 22 hours  

For purposes of comparison, the total measured psl per plate was normalized by 

the counting time.  The observed dose rates ranged from 5 to 90 Megapsl per hour.  

Assuming that each psl is proportional to one particle counted, the count rate is thus on 

the order of 106 to 108  per hour.  Then using the standard practice in radiation counting 

statistics of estimating the uncertainty in count rates by the square root (Knolls), the 

uncertainties are on the order of 103 to 104 counts per hr, or 0.01%.  A detailed analysis 

of uncertainties is still underway, but it should not change this preliminary overall finding 

that they are negligible.    

The images and raw data for each bridge are presented in the following sections.  

The results are summarized in Section 5.9  
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5.2 Bridge 1600400 (US 1 over Paint Branch) 
5.2.1 Autoradiography Plate Results 

The dose rates in Megapsl/hr were 14.3 + 0.0038 and 16.2 + 0.004 for the front 

plates and10.9 + 0.0033 and 13.5 + 0.0036 for the back plates at the clean and dirty 

locations respectively.  See Figures 5.1 for close-up of clean location, 5.2 for close-up of 

dirty location, and 5.3 for plate images.   

 

  

Figure 5.1: Clean Location  

(1600400 - US 1 over Paint Branch) 

Figure 5.2: Dirty Location  

(1600400 - US 1 over Paint Branch) 
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(a) Front Plate Dirty Location  (b) Front Plate Clean Location  

  

(c) Back Plate Dirty Location  (d) Back Plate Clean Location  

Figure 5.3: US 1 over Paint Branch (1600400) 
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5.3 Bridge 1620003 (MD 198 over I-95) 
5.3.1 Autoradiography Plate Results 

The dose rates in Megapsl/hr were 10.8 + 0.0033 and 36.9 + 0.006 for the front 

plates and 7.93+ 0.0028 and 31.4 + 0.0056 for the back plates at the clean and dirty 

locations respectively.  See Figures 5.4 for close-up of clean location, 5.5 for close-up of 

dirty location, and 5.6 for plate images. 

 

  

Figure 5.4: Clean Location – Left Side 

of Picture (1620003 - MD198 over I-95) 

Figure 5.5: Dirty Location – Right Side 

of Picture (1620003 - MD198 over I-95) 
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(a) Front Plate Dirty Location  (b) Front Plate Clean Location 

(c) Back Plate Dirty Location (d) Back Plate Clean Location  

Figure 5.6: MD198 over I-95 (1620003) 
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5.4 Bridge 0311100 (CSX Transportation over I-695) 
5.4.1 Autoradiography Plate Results 

The dose rates in Megapsl/hr were 24.8 + 0.005and 26.9 + 0.0052 for the front 

plates and 14.4 + 0.0038 and 17.2 +0.0041 for the back plates at the clean and dirty 

locations respectively.  See Figures 5.7 for close-up of clean location, 5.8 for close-up of 

dirty location, and 5.9 for plate images.  

 

  

Figure 5.7: Clean Location – Right Side 

of Picture (0311100 - CSX 

Transportation over I-695) 

Figure 5.8: Dirty Location – Left Side 

of Picture (0311100 CSX 

Transportation over I-695) 
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(a) Front Plate Dirty Location  (b) Front Plate Clean Location 

 

(c) Back Plate Dirty Location  (d) Back Plate Clean Location  

Figure 5.9: CSX Transportation over I-695 (0311100) 
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5.5 Bridge 2111504 (I-70 WB over MD 632) 
5.5.1 Autoradiography Plate Results 

The dose rates in Megapsl/hr were 8.95+ 0.003 and 13.0 + 0.0036 for the front 

plates and 4.95 + 0.0022 and 6.84 + 0.0026 for the back plates at the clean and dirty 

locations respectively.  See Figures 5.10 for close-up of dirty location and 5.11 for plate 

images.   

 

 
Figure 5.10: Dirty Location (2111504 - I-70 WB over MD 632) 
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(a) Front Plate Dirty Location  (b) Front Plate Clean Location 

  

(c) Back Plate Dirty Location (d) Back Plate Clean Location  

Figure 5.11: I-70 WB over MD 632 (2111504) 



 

72 

5.6 Bridge 1511300 (Greentree Rd over I-495) 
5.6.1 Autoradiography Plate Results 

The dose rates in Megapsl/hr were 31.0 + 0.00 and 34.8 + 0.0059 for the front 

plates and 11.9 + 0.0034 and 15.6 + 0.004 for the back plates at the clean and dirty 

locations respectively.  See Figures 5.12 for close-up of clean location, 5.13 for close-up 

of dirty location, and 5.14 for plate images.  Figure 5.14 (b) has a darker triangular 

region, and no conclusions were reached about the reason for this region.    

 

Figure 5.12: Clean Location (1511300 - 

Greentree Rd over I-495) 

Figure 5.13: Dirty Location (1511300 - 

Greentree Rd over I-495) 
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(a) Front Plate Dirty Location  (b) Front Plate Clean Location  

 

(c) Back Plate Dirty Location (d) Back Plate Clean Location  

Figure 5.14: Greentree Rd over I-495 (1511300) 
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5.7 Bridge 0314200 (Old Court Rd Over I-695) 
5.7.1 Autoradiography Plate Results 

The dose rates in Megapsl/hr were 54.9 + 0.0074 and 91.5 + 0.0092 for the front 

plates and 50.7 + 0.0071and 61.5 + 0.0078 for the back plates at the clean and dirty 

locations respectively.  See Figures 5.15 for close-up of clean location, 5.16 for close-up 

of dirty location, and 5.17 for plate images.   

 

  

Figure 5.15: Clean Location (0314200 - 

Old Court Rd over I-695) 

Figure 5.16: Dirty Location (0314200 - 

Old Court Rd over I-695) 
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Front Plate Dirty Location  Front Plate Clean Location 

  

Back Plate Dirty Location  Back Plate Clean Location  

Figure 5.17: Old Court Rd over I-695 (0314200) 
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5.8 Bridge 1311000 (MD 32 EB over US 1) 
5.8.1 Autoradiography Plate Results 

The dose rates in Megapsl/hr were 17.6 + 0.0042 and 21.1 + 0.0046 for the front 

plates and 13.5 + 0.0037 and 17.7 + 0.0042 for the back plates at the clean and dirty 

locations respectively.  See Figures 5.18 for close-up of clean location, 5.19 for close-up 

of dirty location, and 5.20 for plate images. 

 

 

Figure 5.18: Clean Location (1311000 - MD 

32 EB over US 1) 

Figure 5.19: Dirty Location (1311000 - 

MD 32 EB over US 1) 
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Front Plate Dirty Location  Front Plate Clean Location  

  

Back Plate Dirty Location  Back Plate Clean Location  

Figure 5.20: MD 32 EB over US 1 (1311000) 
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5.9 Results 
The data can be analyzed in a number of ways, e.g. front plate vs. back plate by 

location, or clean area vs. dirty by front plate dose etc.  The data are plotted in Figure 

5.21. 

 

Figure 5.21: Plot of dose rate vs. bridge location  
(Error bars are less than the size of the symbols) 

 
For all back and front pairs of image plates, the magnitudes of the readings are in 

the expected order, i.e. the front reading is larger than the back.  This indicates that any 

background radiation penetrating through the back of the cassette has a negligible effect.  

Also, for each pair of clean and dirty areas, the rankings are also in correct order i.e. the 

clean back reading is always lowest, and the dirty front reading is always the highest.  In 

some cases, e.g. Greentree Rd., the clean front value is higher than the dirty back reading.  

This is possible if the β radiation component makes a significant contribution to the total 

dose to the front plate, as discussed below. 
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Concerning the comparison of absolute values of radiation dose among the 

bridges, this is complicated by the fact that different bridge structural elements were 

measured at different bridges.  The greater thickness, and hence the greater volume of 

concrete in the field of view of the image plate, means that a greater mass of potassium 

contributes γ radiation to the exposure.  For example, the exposure at MD 632 was taken 

on a column rather than on a slab, which may explain why the readings are the lowest of 

all.  It is possible to correct for this geometric effect by using models of γ radiation 

transport.  This requires numerical simulation by Monte Carlo computer software such as 

MCNP.  This work is still underway. 

It would be desirable to compare these readings to the actual potassium 

concentration in the concrete.  However, there is no other nondestructive method 

available that could provide an independent measurement.  In theory, the potassium 

content could measure destructively by crushing the concrete, dissolving it and measuring 

the potassium in solution.  However, this would be impractical given that the volume 

sampled by autoradiography is at least 13,000 cm3.   

A good idea of the performance of the image plates can be obtained by calibration 

in the laboratory using reference samples with known potassium concentrations. 

Combined with the results computer simulations using advanced radiation transport 

models (MCNP), there is a high degree of confidence that the measured values of 

potassium correspond to the actual levels in the concrete. 

The dual image plate approach provides a means of determining the relative 

contributions of the β¯ and γ radiation to the total dose.  In Figure 5.22, the ratio of the 

mean PSL/pixel of the back plate to the front plate is plotted.  If the total dose was due 

only to γ-rays, then this ratio would be nearly one or more precisely, 0.994 because of the 

slight attenuation in the intervening 1 mm lead sheet.  It can be seen that the ratios are all 

significantly less than one.  There are two factors at work here.  One is that because of its 

much lower attenuation factor in concrete, the can travel much farther than the than the 

β¯ particle.  This means that γ-rays from much larger volume of concrete can reach the 

detector com pared to the small volume near the surface for the β¯ particles.  Offsetting 

this effect is that the potassium concentration could be increased at and just below the 

surface as a result of wetting and drying cycles. 
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The ratios in Figure 5.22 are all significantly less than one, implying a strong 

contribution by β¯ particles.  In most cases, the dirty areas have higher ratios than the 

clean ones.  This would suggest a higher bulk average potassium concentration in the 

former.  In two cases, the opposite is true.  In particular, for the Old Court Road concrete 

the dirty area had a much larger β¯ contribution than the clean area.  This case also had 

the highest dose rate (see Figure 5.21).  This may indicate that there is enough soluble 

potassium in the concrete to permit significant reconcentration near the surface.  The  

 

other case is MD 632, which, as noted above, is a column rather than a wall and hence 

geometrical considerations may affect the ratios.  In any event, numerical simulation 

using MCNP is necessary to better understand these patterns in the ratios. 

With more advanced image processing techniques, it may be possible to separate 

the surface radiation levels from the bulk levels.  This would then make it possible to 

investigate the relationship between surface potassium concentrations and incidence of 

map cracking. 

Given that the concentration of potassium can be measured with this method, it 

would be then very desirable to test the hypothesis that DEF is a function of potassium.  

Figure 5.22: Back plate/front plate ratios 
(The 0.994 line indicates the limit at zero β¯contribution to the total dose) 
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However, some ettringite was observed in all the cores as determined by examination 

using the scanning electron microscope (SEM) with X-ray fluorescence.  Moreover, the 

SEM technique is qualitative rather than quantitative, in the sense that it can identify 

ettringite, but not quantify how much is present.  Therefore, it is not possible to determine 

the relationship between DEF and potassium levels from this limited set of data.  It may 

be possible to make quantitative estimates in the future using three-dimensional X-ray 

diffraction analysis of cores using synchrotron radiation from a source such as the 

Advanced Photon Source at Argonne National Laboratory.  This technique is being 

developed under the collaboration between FHWA and UMD. 

Instead of a correlation between potassium levels and ettringite concentrations, it 

may be possible that further data analysis will show a correlation between potassium 

level and ettringite morphology, which is diagnostic of DEF as explained in Chapter 7. 
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Chapter Six 

Impact Echo Testing Results 

 

6.1 Introduction 
 This chapter will present the results of field tests performed on selected Maryland 

bridges. The methods developed in chapter three will be employed to analyze the data 

acquired from the Impact Echo tests performed on these bridges. Selected Neutron 

Radiography test results will be used to correlate the information provided by the Impact 

Echo tests. Final confirmation of the test for ettringite will be provided by core samples 

taken from three selected bridges on which Scanning Electron Microscopy (SEM) tests 

were performed. 

 

6.2 Methods of Analysis 
 Generally, two methods of interpretation of the Impact Echo results were used in 

the analysis; a mathematical interpretation and a visual interpretation. In chapter three the 

mathematical interpretation was discussed in great depth. This involves the calculation of 

a decay constant. Visual interpretation of results involves the understanding of how the 

impact echo test is performed and the basic principles behind the test which led to an 

understanding of how graphical results should look and why they look the way they look. 

 In the mathematical interpretation, the attenuation of the stress waves (P-

waves) is an important factor that can ultimately be manifested as a decay constant. A 

decay function has been used to describe the losses that occur in real materials. In real 

materials, adsorption and scattering due to internal discontinuities occur in addition to 

attenuation, divergence and mode conversion of the P-waves. The calculated decay 

constant is a convenient measure of the losses occurring as a P-wave propagates through 

a material. 
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 Results are interpreted initially by visual inspection. Even before results are 

recorded for later analysis, visual inspection techniques are applied to determine if the 

result is satisfactory or whether repeated tests should be performed. There are certain 

indicators that we look for that will tell us about the nature of the result (whether good or 

bad) and extent of the cracking in the test specimen. These indicators are: 

• Multiple easily discernible P-waves. Indicates a good result especially for a clean 

section. Thicker specimens produce less P – wave arrivals. 

• On a given specimen, a reduction in P-waves indicates distributed damage. 

• A single sharp peak in the spectrum indicates the beam is in good condition. 

• A broader lower amplitude value peak for a given specimen indicates damage. 

• A downward shift in the dominant frequency is a good indicator of distributed 

damage. 

• Secondary peaks are a good indicator of distributed damage. 

Filtering of Waveforms 

 The impact on the concrete plates excites flexural modes of vibration.  These 

modes are apparent in the time domain as large amplitude, low frequency displacements 

superimposed upon the higher frequency displacement pattern caused by multiple 

reflections of the P-wave between the plate surfaces.  Since it is the decay in the 

amplitude of displacements caused by multiple P-wave arrivals that is of interest, it is 

necessary to remove the displacements caused by the flexural vibrations. In this case the 

waveform is filtered.  

 Initially MATLAB was employed to perform the filtering of the waveforms. An 

m-file was written to import the data, filter it and then export it to excel as graphs. After 

testing a couple of bridges it was realized that the bridge elements were too thick. It 

would be more prudent to employ the filtering capabilities of the Impact Echo program. 

Another important aspect of filtering the waveform is cutting the R-wave. Separated or 

irregular R-waves introduce high frequency components into the waveform that are not 

related to the important P-wave reflections. This can be easily taken care of by removing 

the R-wave. Also it is sometimes useful to cut R-waves that have a normal shape if its 

amplitude is much greater than that of the periodic signal that follows, because it 

introduce frequencies that obscure important P-wave resonances (Sansalone and Streett, 
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1997). However, in each and every case discretion was used as to whether to cut the R-

wave, because in some cases it is not necessary. Similarly, for filtering, discretion was 

employed because for some cases the dominant frequency was low and filtering even 

lower frequencies might affect the positive nature of the result.  

 

6.3 Impact Echo Results 
 The results of the impact echo tests will be presented here. The Greentree Road 

bridge over I-495 provided the best results and will be the pilot example for calculations 

and presentation of results. As discussed above bridges will be analyzed based on visual 

and mathematical interpretation of the impact echo results. 

 

6.3.1 Greentree Road Bridge (1511300) 

 This bridge crosses over the I-495 Beltway after the I-270 split when going north 

to Frederick. The major indication of damage was the leaching of calcium in the parapet. 

Figure 6.1 shows the parapet under consideration. 

 
 Figure 6.1 – Greentree Road parapet. 2 x 6 matrix (in yellow) 

A 2 x 6 matrix of test points was used for this bridge spreading from the relatively clean 

area (left of center) into the severely cracked and leached area to the right. The matrix 
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points can vaguely be seen in yellow in the photograph. See figures 6.2 and 6.3 show the 

waveform, spectra and decay curves for the various points of the test matrix, which was 

established as a matrix with rows number top to bottom and columns number left to right.  

Figures will include a reference matrix notation (row, column), an example (1,4) which is 

row 1 and column 4.  For this report, two locations will be shown per bridge and a table 

summarizing the analysis will be included. 

 

 
Figure 6.2 – Greentree 1,1; Waveform and Spectrum 
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Figure 6.3 – Greentree 1,6; Waveform and Spectrum 
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Table 6.1 - Greentree Road Results 

 1,1 Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 
 Multiple easily discernible P-

waves, sinusoidal Good Condition  3825  

Spectrum 
Sharp Peak at dominant 

frequency(5.9 kHz)  Good Condition    

 1,3 Visual Inspection 
Possible 

Indication 
Decay 

Constant 
Waveform  less easily discernible P-waves Fair Condition  4062  

Spectrum 
Slightly broader peak at 

dominant frequency(5.4 kHz)  Fair Condition    

 1,6 Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 

Discernible peaks, not smooth 
waveform. Sharp decrease in 

P-wave intensity Cracking present  5454  

Spectrum 

Secondary sharp peak(5.9kHz) 
 as well as downward shift in 
dominant frequency(3.4kHz) 

compared to 1,3 Cracking Present   

 2,2 Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 
 Multiple easily discernible P-

waves, sinusoidal Good Condition  1736  

Spectrum 
Sharp Peak at dominant 

frequency(5.9kHz)  Good Condition    

 2,4 Visual Inspection Indication 
Decay 

Constant 
Waveform  P-waves hardly noticeable. Possible cracking 5542 

Spectrum 
Broad Peak at lower dominant 

frequency (5.4kHz) Possible cracking   

 2,6 Visual Inspection Indication 
Decay 

Constant 
Waveform  P-waves hardly noticeable,   Possible cracking 7365  

Spectrum 

Downward shift in dominant 
frequency(3.9kHz), broad peak 
and secondary spike(5.9kHz)   Possible cracking   
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 In Table 6.1 commentary on the results of the Impact Echo tests are summarized. 

Not all data points in the 2 x 6 matrix are discussed. What is shown is a generous 

sampling to get a full understanding of the integrity of the bridge. The matrix point 

summarized is displayed in the top left of each table and can be correlated to its 

respective waveform, spectrum and decay curve. 

 The magnitude of the decay constants increases moving from left to right. This is 

consistent with increased cracking noticed in the photograph.  

 

Summary 

 In figure 6.1 cracking can be seen on the parapet to the right of center. Some of 

these cracks are leaching a white substance. By analyzing the waveforms and spectra of 

the various points in the 2 x 6 matrix, we see evidence of increased cracking from the 

clean spots (top half of Table 6.1) to the dirty/cracked areas (bottom half of Table 6.1). 

Finally, the decay curves also suggest cracking increasing from left to right. Hence, the 

results are consistent. 
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6.3.2 Old Court Road Bridge (0314200) 

 The Old Court Road Bridge crosses the Baltimore beltway (I-695). Fine, wet 

map-cracking was noticed on the surface of the wing wall. This indicated the possibility 

of distributed damage. A 2 x 3 matrix of test points was used to evaluate this bridge. 

From Figure 6.4 it can be seen that points 1,1, 1,2 and 1,3 are located in relatively clean 

areas, whereas the other points seem to overlap areas of map-cracking. These points can 

be seen in yellow in the photograph. 

 For this bridge a smaller ball (8mm diameter) was used as the impact mechanism. 

As a result the waveforms and spectra were able to detect smaller cracks but also 

received more noise from the concrete. A discerning eye has to be used to differentiate 

between the two. 

 

 
Figure 6.4 – Old Court Road wing wall. 2 x 3 matrix (in yellow) 

Figures 6.5 and 6.6 show the waveform, spectra and decay curves for the various points 

in the test matrix. 
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Figure 6.5 – Old Court 1,1; Waveform and Spectrum 
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Figure 6.6 – Old Court 2,1; Waveform and Spectrum 
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Table 6.2 – Old Court Road results 

 1,1 Visual Inspection Possible Indication 
Decay 

Constant 

Waveform 
 Discernible Peaks in P-waves, 

though not smooth Fair Condition  2149 

Spectrum 

Sharp Peak at dominant 
frequency(5.4 kHz) close to 
thickness frequency. Three 

notable secondary peaks 

Fair Condition. 
Minor Cracking 

present.    

 1,3 Visual Inspection Possible Indication 
Decay 

Constant 

Waveform 
 Discernible Peaks in P-waves, 

though not smooth  Fair Condition  2277  

Spectrum 

Only slightly broader peak 
from 5.4-5.9 kHz. Negligible 
secondary peaks considering 

ball size 

Fair Condition. 
Minor Cracking 

present    

 2,1 Visual Inspection Possible Indication 
Decay 

Constant 

Waveform 

 Peaks not easily discernible 
but a rough sinusoidal pattern 

can be seen Cracking present 4326  

Spectrum 

Broad Peak at 
dominant/thickness 

frequency(4.4 kHz). Secondary 
peaks present  Cracking Present    

2,2 Visual Inspection Indication 
Decay 

Constant 

Waveform 
Discernible peaks in P-wave. 

However, not smooth  Cracking present  2933  

Spectrum 

Sharp Peak at dominant 
frequency(3.9kHz) which is a 
downward shift from previous 

results. Several  broad 
secondary peaks present. Major 

peak at 17.1kHz 

Cracking present 
with possibility of 

major crack at 
117mm from 

surface(Corresponds 
to 17.1 kHz)   

 

Summary 

 

The results of visual inspection and calculation of the decay constants shown in Table 6.2 

are again in agreement. The decay constant for point 2,2 is less than expected but still 

greater than those of the clean spots. 
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6.3.3 CSX Transportation (0311100) 

 The CSX Transportation Bridge crosses the I-695 (Baltimore Beltway) and is 

located in district four (4). Initial visual inspection of the bridge revealed that the wing 

walls were ideal test specimens. Also shown is leaching of a white substance through 

some of the cracks. Figure 6.7 shows the test area. A 2 x 3 matrix of test points was used 

for this bridge. In this case the clean spot or reference point was taken to be (2,3).  The 

matrix spreads from heavy, wet map-cracking (column 1) to lighter fine map-cracking 

(columns 2 and 3). A small ball was used as the impact mechanism. The varying 

thickness of the wing wall affects the results in that thickness frequency is calculated 

incorrectly by the program. The spectrum, however, will show the thickness frequency as 

a sharp peak for the clean spot. 

 

 
Figure 6.7 – CSX Transportation wing wall. 2 x 3 matrix (in yellow) 

Figures 6.8 and 6.9 show the waveform, spectra and decay curves for the various points 

in the test matrix. 
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Figure 6.8 – CSX Transportation 2,1; Waveform and Spectrum 
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Figure 6.28 – CSX Transportation 2,3; Waveform and Spectrum 



 

97 

Table 6.3 – CSX Transportation results 

2,3 Visual Inspection Indication 
Decay 

Constant 

Waveform 
Discernible peaks in P-wave, 

smooth.  
Fair to good 
condition  1809 

Spectrum 

Sharp dominant peak at 
thickness frequency (5.9kHz). 
No secondary peaks present.  Good Condition    

 1,1 Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 

 Peaks not as easily discernible 
but a rough sinusoidal pattern 

can be seen Cracking present 3107 

Spectrum 

Sharp Peak at dominant 
frequency (6.3 kHz), upward 

shift. Secondary peaks present  Cracking Present    

 2,1 Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 

 Peaks not as easily discernible 
but a rough sinusoidal pattern 

can be seen Cracking present 3453 

Spectrum 

Broad Peak at 
dominant/thickness 

frequency(5.9 kHz). Significant 
Secondary peaks present  Cracking Present    

 

Summary 

 From Table 6.3 the Decay constants generally seem lower than they should be 

with respect to what the waveform and spectra are saying. However the variation in the 

decay constants supports the fact that cracking is present. The spectra, through their 

secondary peaks, give a strong indication of cracking below the surface. 
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6.3.4 MD 32 EB (1311000) 

 This bridge is located where MD 32 eastbound crosses US 1. It is located in 

district 7. The wing wall was used for performing the tests as it displayed the usual 

indicator of fine, wet map cracking. Figure 6.10 shows the tested area. A 2 x 3 matrix 

was used with increased cracking moving from left to right. Since the entire matrix was 

in the affected area, a separate spot was chosen as the clean spot for reference.  

Figures 6.11 and 6.12 show the waveform, spectra and decay curves for the various 

points in the test matrix. 

 

 
Figure 6.10 – MD 32 EB wing wall. 2 x 3 matrix (in yellow) 
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Figure 6.11 – MD32 EB Clean; Waveform and Spectrum 
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Figure 6.12 – MD32 EB 1,3; Waveform and Spectrum 
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Table 6.4 – MD 32 EB results 

 Clean Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 
 Peaks not easily discernible. 

No sinusoidal pattern Uncertain 1705  

Spectrum 

Dominant Freq. (4.4kHz). 
Several sharp peaks, however 

not distinct.  Uncertain    

 1,1 Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 

 Peaks not easily discernible 
but a rough sinusoidal pattern 
can be seen. Peaks too small Uncertain 1731  

Spectrum 

Broad Peak at 
dominant/thickness 

frequency(4.4 kHz). No 
downward shift. Secondary 

peaks present  Uncertain   

 2,3 Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 
 Peaks not easily discernible. 

No sinusoidal pattern.  Uncertain 2386  

Spectrum 

Upward shift in Dominant 
Freq. (8.8kHz). Secondary 

peaks broad Uncertain   

 1,3 Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 

 Peaks not easily discernible 
but a rough sinusoidal pattern 

can be seen Cracking present 637 

Spectrum 

Sharp peak at dominant 
frequency(8.8 kHz). Several 

secondary peaks present  Cracking Present    
 

Summary 

 Table 6.4 summarizes the results. The variation in the Decay constants does not 

reflect a pattern consistent with what was expected. Also, the magnitude of the Decay 

Constants is very low and so does not firmly suggest cracking present. Visual inspection 

of the waveform does not provide a clear understanding of the cracking pattern present. 

These results remain inconclusive. 
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6.3.5 MD 198 (1620003) 

 This bridge is located where route MD 198 crosses the I-95. The bridge is located 

in District 3. The test area selected was the wing wall. A 2 x 5 matrix was chosen which 

spread from the left clean area near the red mark to the map cracked area to the right (see 

Figure 6.13). The wing wall was assumed to be 300 mm thick. However, further 

deliberation led us to believe that the wall had a varying thickness. This affects the results 

in that thickness frequency is calculated incorrectly by the program.  Figures 6.14 and 

6.15 show the waveform, spectra and decay curves for the various points in the test 

matrix. 

 

 
Figure 6.13 – MD 198 wing wall. 2 x 5 matrix (in yellow) 
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Figure 6.14 – MD 198 1,1; Waveform and Spectrum 
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Figure 6.15 – MD 198 2,5; Waveform and Spectrum 
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Table 6.5 – MD 198 results 

 1,1 Visual Inspection 
Possible 

Indication 
Decay 

Constant 
Waveform  Few discernible peaks  uncertain 3821 

Spectrum 

Sharp peak at dominant 
frequency (4.4 kHz) effectively 
thickness freq. No  secondary 

peaks present  Good Condition    

 1,3 Visual Inspection 
Possible 

Indication 
Decay 

Constant 
Waveform  Some discernible peaks  uncertain 1835 

Spectrum 

Sharp peak at 
dominant/thickness frequency 

(4.4 kHz). Several sharp 
secondary peaks present. No 

shift in Dominant Frequency   Possible cracking   

 1,5 Visual Inspection 
Possible 

Indication 
Decay 

Constant 

Waveform 
More discernible peaks. Not 

smooth.  uncertain 2802 

Spectrum 

Sharp peak at 
dominant/thickness frequency 

(4.4 kHz). Several sharp 
secondary peaks present. No 

shift in Dominant Frequency   Possible cracking   

 2,5 Visual Inspection 
Possible 

Indication 
Decay 

Constant 
Waveform More peaks, Still not smooth uncertain 1709 

Spectrum 

Sharp peak at 
dominant/thickness frequency 

(4.4 kHz). Several sharp 
secondary peaks present. No 

shift in Dominant Frequency   Possible cracking   
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Summary 

 The photograph indicates clearly that cracking exists on columns 3-5 of the 

matrix. The spectra indicate by their secondary peaks that cracking may exist. However, 

the lack of a downward shift in the dominant frequency might speak to the contrary. 

Because the waveforms were below standard they produced unsatisfactory decay 

constants. Perhaps a larger ball size was needed or the cracks shown in the photograph 

are only surface cracks.  

 

6.4 Results 
Thirteen bridges throughout the State of Maryland were tested using the impact 

echo testing method, and the other bridge did not exhibit map cracking.  The impact echo 

test detects the integrity of a concrete specimen by sending and receiving wave energy.  

The testing regiment was developed to determine a quantifiable measurement that can be 

preformed to assess the overall condition of a concrete specimen taking into account 

microcracking deterioration.  See Table 6.6 for summary of findings.  While the results 

are consistent for some bridges, the results are not clearly following a pattern.  Further 

work should be preformed to develop better methods of quantifying the level of 

deterioration. 

 

Table 6.6: Summary of Findings 

Bridge Impact Echo Results 

Greentree Rd over 
I-495 (1511300) 

The results appear consistent with observed 
deterioration from the clean location to the 

dirty location. 

Old Court Rd over 
I-695 (0314200) 

The results appear fairly consistant, but the 
decay constant is not as high as expected in all 

locations.  

CSX Transportation 
over I-695 (0311100) 

The results appear fairly consistant, but the 
decay constant is not as high as expected in all 

locations. 
MD 32 EB over 
US 1 (1311000) The results are inconclusive. 

MD 198 over I-95 
(16200003) The results are inconclusive. 
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Chapter Seven 

Scanning Electron Microscopy Results 
 

7.1 Introduction 
The scanning electron microscopy (SEM) was utilized on this project to examine 

samples of concrete taken from bridges throughout Maryland State Bridge Inventory.  

The SEM provides images of the cement paste for microcracking and alkali-silica 

reaction (ASR) gel, the voids for crystal formations contained inside, and aggregate 

pullouts for cracking along the aggregate / paste interface and crystal formations.  The 

intent of the core sampling was to develop a better understanding of concrete 

deterioration that exhibits map cracking on the surface of a concrete element.  

 

7.2 Scanning Electron Microscopy 
Ten bridges were cored during the project in order to verify the presence of 

ettringite.  Ettringite is identified visually using the scanning electron microscope (SEM) 

and elemental analysis of the crystals can be preformed using energy dispersive analysis 

x-ray (EDAX).  The SEM using a voltage of 20 kilovolt (kV) directs a stream of 

electrons at a concrete sample, which interacts with the surface of the sample.  See Figure 

7.1 (a) for an example micrograph; the micrograph gives the accelerated voltage (20.0 

kV), the magnification power (595x), and a scale.  Two significant signals are produced, 

secondary electrons (SE) and x-rays.  The SE are used to "see" the sample, and the SEM 

interprets the signal to produce a visual image for the operator.  X-rays are used to 

identify the elements present in the region of interest, because EDAX works on the 

principle of discrete energy level for the various elements, and each element can only 

emit x-rays (photons) with specific energy levels.  EDAX detects the emitted x-rays and 
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the associated energy, and from a database, it associates the various x-rays with the 

corresponding element that produced the x-ray, which allows positive identification of 

the presence of ettringite in the samples.  See Figure 7.1 (b) for an example EDAX 

output.  The EDAX output shows a chart with the number of counts per energy level, the 

relative number of count is shown in the peak heights and the x-ray energy level is shown 

on the x-axis.  The elements are identified above their count peak, with calcium having 

two peaks the first large and the second much smaller in size.  Below the chart is a table 

with elemental analysis, which shows the percentage of the counts (At %) from each 

element.  From the ZAF database the program calculates the percentage by weight (Wt 

%) for each element.  The value used for the calculation are provided in the table, (K-

ratio, Z, A, and F).  The SEM can produce images of objects less than 100 nm in size, and 

for this project, the objects of interest were in the order of 1µm to 100µm. 

 

(a) Ettringite Crystals in Void - SEM 
(b) Analysis of Ettringite Crystals 

in Void - EDAX 

Figure 7.1: Sample Images from SEM and EDAX 

 

7.3 Sample Preparation and Examination Methodology 
A total of 29 cores, 2 inches in diameter and 3 inches deep, were taken from ten 

bridges throughout the state, see Figure 7.2.  In order to analyze the concrete, smaller 

samples of concrete are needed.  Each core is broken into small pieces with a five pound 
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sledge hammer, and a sample is selected which has a relatively flat side to allow 

mounting.   

  

(a) Two Inches Diameter by Three 

Inches Deep Core 
(b) Fractured Core 

Figure 7.2: Sample Preparation – 1 

 

Once the sample is selected, the sample is dried.  During the drying process, a cork and 

carbon stud is readied and the sample is logged.  Carbon stud, adhesive, and coating are 

used since the X-ray energy level associated with carbon is not close to the elements of 

interest in concrete, ettringite, and ASR gel.  After the sample is dried, the sample gets 

mounted onto the carbon stud with the carbon adhesive.  The cork acts as a holder to keep 

the sample upright, as shown in Figure 7.3.  The assembly is dried until the carbon 

adhesive is completely set.  The final step is to coat the sample surface with carbon which 

provides a clear visual image of the surface and avoids electron charge buildup on the 

sample.  The sample and stud are placed into a vacuum chamber, in which the pressure is 

lowered to 0.100 torr (1 torr = 1 millimeter of mercury or 133.32 pascal).  At this 

pressure, the carbon coating is applied. 
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(a) Samples Drying  (b) Corks and Carbon Stubs 

(c) Samples Mounted with Carbon (d) Carbon Coating Machine 

Figure 7.3: Sample Preparation - 2 

After the coating, the sample is ready for the SEM.  The sample assembly is placed into 

the SEM with the top surface at an approximately 30 degree angle to produce the 

maximum possible signal for the EDAX analysis process.   



 

111 

(a) Samples Mounted (b) Scanning Electron Microscope 

 

(c) Viewing an Image (d) Search Pattern 

Figure 7.4: Sample Examination 

The sample is searched in an across-down-across-down pattern for possible 

locations of DEF and ASR gel, see Figure 7.4.  The intension of the search pattern is to 

document the prevalence of both forms of deterioration. 
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7.4 Literature Review: SEM Results for Ettringite and ASR gel 
Many researchers have studied Delayed Ettringite Formations (DEF) and ASR 

attacks on hardened concrete.  Despite the numerous investigations, DEF is still not well 

understood, and disagreements arise about the formation mechanism(s), whether different 

types of morphology exist, and the role, if any, DEF plays in the deterioration process.   

Stark and Bollmann suggest the long ettringite crystals in the voids are hexagonal 

prismatic, see Figure 7.5.  

 
Figure 7.5: Proposed Crystal Formation (Stark and Bollmann) 

Using an Environmental Scanning Electron Microscopy (ESEM), Stark and Bollmann, in 

a study of cast-in-place concrete, found long ettringite crystals exhibiting a hexagonal 

prismatic morphology, see Figures 7.6 (a) and (b).   They also used SEM when analyzing 

samples for ettringite formations, see Figures 7.6 (c) and (d).    
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(a) Hexagonal Prismatic Ettringite (b) Hexagonal Prismatic Ettringite 

(c) Void with Ettringite Formations (d) Void with Ettringite Formations 

Figure 7.6: Prismatic Ettringite Close-up and in Voids (Stark and Bollmann) 

Despite finding ettringite in hardened concrete, Stark and Bollmann were unable to 

establish or deny that DEF was the cause of the deterioration in the concrete sampled.  

They believe that in samples were ettringite formations fill a portion of the void, the 

concrete is less likely to allow water transportation and the ettringite formations leave 

less room for expansion.  As a result, the concrete is more susceptible to freeze-thaw 

damage.  Other researcher suggest that ASR or early strains in the curing process can 

crack the concrete paste causing microcrack in which ettringite forms near the crack tip 

and causes propagation of the crack. (Diamond, Ong, and Bonen 1994, Diamond, Zheng, 

and Olek 2002). 

Many other theories exist to explain different ettringite formations and possible 

failure mechanisms.  In this study, several forms of ettringite were found in the cores 
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taken and discussions are included in the results section.  The hexagonal prismatic long 

crystal is the most commonly observed form. 

Since presence of ASR is possible in the cores, a separate test was preformed on a 

large sample taken from each core.  AASHTO T299-93 defines the procedure for 

identifying ASR in the field (AASHTO Innovative Highway Technologies 1998).  Since 

all of the tests were conducted in a lab, several simplication were made, but the basic 

procedure was still followed.  The procedure requires fresh concrete surface to test, and a 

large fragment was selected after the cores were fractured.  The sample is then washed 

with clean water and a solution of dilute uranyl acetate is applied.  After the sample has 

dried from at least 3 minutes, the sample can be placed under a short wave ultra-violet 

(UV) light (~250 nm).  Once viewed under the UV light, ASR will appear yellow-green 

and tends to be found in cracks or around aggregates, see Figure 7.7 for test procedure. 

(a) Applying Uranyl Acetate (b) Placing Sample Under UV Light 

Figure 7.7: Ultra-Violet Light ASR Test 
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7.5 Results 
7.5.1 Bridge 1600400 (US 1 over Paint Branch) 

Three cores were taken from the northwest wingwall; see Figure 7.8 for locations. 

 
Figure 7.8: Coring Locations (1600400 - US 1 over Paint Branch) 

All 3 cores exhibit ettringite formations throughout the samples.  Most voids contain 

ettringite formations.  See Figures 7.9 and 7.10.  Energy Dispersive Analysis X-ray 

(EDAX) verifies the elemental composition of the crystal formations by showing the 

distinct aluminum, sulfur, and calcium pattern.  The ettringite formations appear to be 

hexagonal prismatic morphology in voids and tightly-packed ettringite formation in 

cracks and on the fractured surface.  The three cores do not vary considerably in the type 

of ettringite formations or in the prevalence of ettringite formations in the samples. 

The UV light ASR test confirms the presence of ASR gel in the wingwall.   
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(a) Ettringite in Void with 

Microcracking in the Background  
(b) Analysis of Crystals in (a)  

 

(c) Ettringite in Void  (d) Analysis of Whole Picture (c)  

Figure 7.9: US 1 over Paint Branch (1600400) 
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(a) Ettringite in Void (b) Analysis of Whole Picture (a)  

 

(c) Ettringite in Void  
(d) Ettringite in Voids and Along 

Aggregate  

Figure 7.10: US 1 over Paint Branch (1600400) 
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7.5.2 Bridge 1620003 (MD 198 over I-95) 
Three cores were taken from the southwest wingwall; see Figure 7.11 for 

locations. 

 
Figure 7.11: Coring Locations (1620003 - MD198 over I-95) 

 

All three cores exhibit ettringite formations throughout the samples, and two different 

types of ettringite formations were observed in these cores.  In Figure 7.12, the ettringite 

formations appear to be hexagonal prismatic in morphology.  In Figures 7.13 and 7.14, 

the ettringite formations appear to be shorter in length and much closer together, and the 

morphology will be identified as tightly-packed ettringite or tightly-packed DEF 

throughout this report.  These formations were observed in cracks, on the surface of the 

sample, and filling voids.  In both cases, EDAX verifies the elemental composition of the 

crystal formations by showing the distinct aluminum, sulfur, and calcium pattern.  In 

Figure 7.14, EDAX analysis shows the ettringite is in a crack between a sand particle and 

the cement paste.  The three cores do not vary considerably in the type of ettringite 

formations or in the prevalence of ettringite formations in the samples. 

The UV light ASR test confirms the presence of ASR gel in the wingwall.  Two of 

the three cores appeared to contain ASR gel as observed with the SEM, see Figure 7.15.  
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In both cases, EDAX verifies the elemental composition of the gel by showing the 

distinct silicon and potassium pattern.  For ASR gel, the silicon peak is very high when 

compared to the potassium peak.   

 

(a) Ettringite in Void with Microcracking 

in the Background  
(b) Analysis of Crystals in (a)  

 

(c) Ettringite in Void  (d) Analysis of Crystals in (c)  

Figure 7.12: MD198 over I-95 (1620003) 
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(a) Ettringite on Surface of the Sample (b) Analysis of Whole Picture (a)  

 

(c) Ettringite Filling Void 
(d) Analysis of Ettringite  

Filling Void (c) 

Figure 7.13: MD198 over I-95 (1620003) 
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(a) Ettringite Filling Crack Between 

Sand Grain and Cement Paste 

(b) Analysis of Cement Paste – 

Top Left of Photo (a) 

  
(c) Analysis of Ettringite Crystals -

Middle of Photo (a) 

(d) Analysis of Sand Grain – 

Bottom Right of Photo (a) 

Figure 7.14: MD198 over I-95 (1620003) 
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(a) ASR Gel (b) Analysis of Whole Picture (a)  

 

 
(c) Ettringite in Void (Left) and ASR 

Gel (Right) 

(d) Analysis of ASR gel (c) 

Figure 7.15: MD 198 over I-95 (1620003) 
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7.5.3 Bridge 1511300 (Greentree Rd over I-495) 
Three cores were taken from the inside face of the west parapet; see Figures 7.16 

and 7.17 for locations. 

 
Figure 7.16: Coring Locations (1511300 - Greentree Rd over I-495) 

 

All three cores exhibit ettringite formations throughout the samples, and two different 

types of ettringite formations were observed in these cores.  In Figure 7.18, the ettringite 

formations appear to be hexagonal prismatic in morphology, with tightly-packed 

ettringite formations in Figures 7.19 and 7.20.  The tightly-packed ettringite formations 

were observed in cracks, on the surface of the sample, covering an aggregate, and filling 

voids.  The right core, in the location of greatest distress as observed from the surface, 

exhibited significantly more tightly-packed DEF than any other core in this study.  See 

Figure 7.17 for close-up of the right core location.  The cracks around the coring location 

are of measurable width using typical bridge inspection equipment.  In both types of 

ettringite formations, EDAX verifies the elemental composition of the crystal formations 

by showing the distinct aluminum, sulfur, and calcium pattern.  The three cores vary 

considerably in the type of ettringite formations with the tightly-packed ettringite being 

observed in the right and center cores and hexagonal prismatic ettringite formations being 
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observed in the center and left cores. The prevalence of ettringite formations in the 

samples also varied and decreased from right to left with the location exhibiting more 

damage on the surface having more ettringite formations and the location with the least 

damage on the surface having less ettringite formations. 

The UV light ASR test confirms the presence of ASR gel in the parapet.  One 

possible location of ASR gel, as observed with the SEM, is shown in Figure 7.21. 

 

 
Figure 7.17: Right Coring Location (1511300 - Greentree Rd over I-495) 
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(a) Ettringite in Void (b) Analysis of Whole Picture (a)  

  

(c) Ettringite in Voids and on the Sample 

Surface (Low Magnification)  

(d) Crystals in a Void from 

Picture (c)  

Figure 7.18: Greentree Rd over I-495 (1511300) 
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(a) Tightly-Packed Ettringite on 

Surface of the Sample 
(b) Ettringite Mass in Picture (a)  

 

 

(c) Ettringite Filling Void 
(d) Analysis of Ettringite 

Filling Void (c) 

Figure 7.19: Greentree Rd over I-495 (1511300) 
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(a) Tightly-Packed Ettringite on 

Surface of the Aggregate 
(b) Analysis of Whole Picture (a) 

 

 

(c) Analysis of Aggregate Underneath 

Ettringite in Picture (a) 
(d) Ettringite in Crack 

Figure 7.20: Greentree Rd over I-495 (1511300) 
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(a) Possible ASR Gel (b) Analysis of Possible ASR Gel 

Figure 7.21: Greentree Rd over I-495 (1511300) 
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7.5.4 Bridge 0314200 (Old Court Rd Over I-695) 
Three cores were taken from the parapet above the northwest wingwall; see 

Figure 7.22 for locations. 

 
Figure 7.22: Coring Locations (0314200 - Old Court Rd over I-695) 

 

All three cores exhibit ettringite formations throughout the samples, and two different 

types of ettringite formations were observed in these cores.  In Figure 7.23, the ettringite 

formations appear to be hexagonal prismatic in morphology, but in Figures 7.24 (a) and 

(b), the ettringite formations appear to have needle-like crystal morphology and are 

smaller than typically observed.  The ettringite formations have developed in holes in the 

cement paste and on the fractured surface.  In both types of ettringite formations, EDAX 

verifies the elemental composition of the crystal formations by showing the distinct 

aluminum, sulfur, and calcium pattern.  The right and center cores were taken from the 

damaged section and exhibit DEF in the cracks.  The left core exhibits DEF in voids only. 

No locations of ASR gel were observed with the SEM in the samples from this 

bridge.  The UV light ASR test agrees and does not show the presence of ASR gel in the 

parapet. 
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(a) Ettringite on the Surface (b) Analysis of Whole Picture (a)  

 

(c) Ettringite on the Surface of an 

Aggregate (Top) and Cement Paste 

(Below)  

(d) Analysis of Whole Picture (c)  

Figure 7.23: Old Court Rd over I-695 (0314200) 
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(a) Ettringite in Hole in Cement Paste 
(b) Analysis of Cement Paste from 

Picture (a)  

Figure 7.24: Old Court Rd over I-695 (0314200) 
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7.5.5 Bridge 1311000 (MD 32 EB over US 1) 
Three cores were taken from the southeast wingwall; see Figure 7.25 for 

locations. 

 
Figure 7.25: Coring Locations (1311000 - MD 32 EB over US 1) 

 

All three cores exhibit ettringite formations throughout the samples, and three different 

types of ettringite formations were observed in these cores.  First, in Figure 7.26 (a) and 

(b), the ettringite formations appear to be needle-like short crystals found on the fractured 

surface.  Second, in Figures 7.26 (c), 7.26 (d), 7.27 (a), and 7.27 (b), the ettringite 

formations appear to be hexagonal prismatic in morphology.  Third, in Figure 7.27 (c) 

and (d), tightly-packed ettringite is filling and lining voids.  EDAX verifies the elemental 

composition of the crystal formations by showing the distinct aluminum, sulfur, and 

calcium pattern.  The three cores do not vary considerably in the type of ettringite 

formations or in the prevalence of ettringite formations in the samples. 

The UV light ASR test confirms the presence of ASR gel in the wingwall.  See 

Figures 7.28 (a) and (b) for ASR gel and analysis report.  EDAX verifies the elemental 

composition of the gel by showing the distinct silicon and potassium pattern. 
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(a) Ettringite on the Surface (b) Analysis of Whole Picture (a) 

 

(c) Ettringite in Void (d) Analysis of Whole Picture (c) 

Figure 7.26: MD 32 EB over US 1 (1311000) 
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(a) Ettringite in Void 
(b) Ettringite in Between Aggregate 

(Top) and Cement Paste (Bottom) 

  

(c) Tightly-Packed Ettringite – 1 (d) Tightly-Packed Ettringite - 2 

Figure 7.27: MD 32 EB over US 1 (1311000) 
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(a) Possible ASR Gel (b) Analysis of Possible ASR Gel (c) 

Figure 7.28: MD 32 EB over US 1 (1311000) 
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7.5.6 Bridge 2203201 (US 13 NB over MD 346) 

Two cores were taken from the center beam of the southernmost span; see Figure 

7.29 for locations. 

 
Figure 7.29: Coring Locations (2203201 – US 13 NB over MD 346) 

 

The left core did not exhibit signs of either DEF or ASR gel, but the cement paste had 

extensive microcracking on the surface and in the voids, see Figure 7.30.  The right core 

exhibited ettringite formations, which were unlike any form observed prior.  Even at a 

high magnification, not shown here, a lamellar material appeared to cover the void 

surface, see Figure 7.31.  EDAX verifies the elemental composition of the lamellar 

material as ettringite by showing the distinct aluminum, sulfur, and calcium pattern.  No 

signs of ASR gel were observed in either core, using the SEM or the UV light test. 
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(a) Microcracking in the Void (b) Analysis of Whole Picture (a)  

 

(c) Microcracking on the Surface (d) Analysis of Whole Picture (c)  

Figure 7.30: US 13 NB over MD 346 (2203201) 
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(a) Ettringite in a Void (b) Analysis of the Whole Picture (a) 

 

(c) Ettringite in a Void (d) Analysis of the Whole Picture (c)

Figure 7.31: US 13 NB over MD 346 (2203201) 
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7.5.7 Bridge 0800201 (MD 5 NB over Zekiah Swamp) 

Three cores were taken from the inside face of the east parapet; see Figure 7.32 

for locations. 

   
Figure 7.32: Coring Locations (0800201 - MD 5 NB over Zekiah Swamp) 

The leftmost core in the left image from Figure 7.32 exhibited no signs of DEF, 

see Figure 7.33 for typical images, but the right and center cores exhibited ettringite 

formations.  In Figure 7.34, the ettringite formations appear to be hexagonal prismatic in 

morphology.  EDAX verifies the elemental composition of the crystal formations by 

showing the distinct aluminum, sulfur, and calcium pattern. 

The UV light ASR test confirms the presence of ASR gel in the wingwall.  The 

right core contains possible locations of ASR gel as observed with the SEM, see Figure 

7.35.  EDAX verifies the elemental composition of the gel by showing the distinct silicon 

and potassium pattern for Figures 7.35 (a) and (b) with a potassium percentage by weight 

of 1.55, but the pattern is not as pronounced for Figures 7.35 (c) and (d) with a potassium 

percentage by weight of 0.91. 
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(a) Numerous Empty Voids 
(b) Typical Void with Calcium 

Hydroxide  

 

(c) Void with Crack (d) Void with Crack  

Figure 7.33: MD 5 NB over Zekiah Swamp (0800201) 
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(a) Ettringite in Void 
(b) Analysis of Ettringite in Void – 

Picture (a)  

 

(c) Ettringite on the Surface 
(d) Analysis of Ettringite – 

Picture (c) 

Figure 7.34: MD 5 NB over Zekiah Swamp (0800201) 
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(a) Possible ASR Gel (b) Analysis of Possible ASR Gel (a) 

 

(c) Possible ASR Gel (d) Analysis of Possible ASR Gel (c) 

Figure 7.35: MD 5 NB over Zekiah Swamp (0800201) 
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7.5.8 Bridge 1102100 (US 219 over Deep Creek Lake) 

Three cores were taken from the northwest wingwall; see Figure 7.36 for 

locations. 

 
Figure 7.36: Coring Locations (1102100 – US 219 over Deep Creek Lake) 

 

All three cores exhibited ettringite formations throughout the samples, and two different 

types of ettringite formations were observed in these cores.    In Figure 7.37 (a) and (b), 

the ettringite formations appear to be needle-like short crystals found on the fractured 

surface, and in Figures 7.37 (c) and (d), the ettringite formations appear to be hexagonal 

prismatic in morphology.  EDAX verified the elemental composition of the crystal 

formations by showing the distinct aluminum, sulfur, and calcium pattern.  The three 

cores do not vary considerably in the type of ettringite formations or in the prevalence of 

ettringite formations in the samples. 

The UV light ASR test confirmed the presence of ASR gel in the wingwall.  The 

left core contains possible locations of ASR gel as observed with the SEM, see Figure 

7.38.  EDAX verified the elemental composition of the gel by showing the distinct silicon 

and potassium pattern. 
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(a) Ettringite on the Surface (b) Analysis of Whole Picture (a)  

 

(c) Ettringite in Void  (d) Ettringite in Void 

Figure 7.37: US 219 over Deep Creek Lake (1102100) 
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(a) Possible ASR Gel (b) Analysis of Possible ASR Gel 

 

(c) Possible ASR Gel with Cracking 
(d) Possible ASR Gel – Close-up of 

Picture (c) 

Figure 7.38: US 219 over Deep Creek Lake (1102100) 
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7.5.9 Control Bridge 1301302 (US 29 over Middle Patuxent River) 

Three cores were taken from the southwest wingwall; see Figure 7.39 for 

locations. 

 
Figure 7.39: Coring Locations (US 29 over Middle Patuxent River) 

All three cores exhibited ettringite formations throughout the samples, but the samples 

only contained hexagonal prismatic DEF in voids.  The amount of DEF found in the 

voids was minimal compared to bridges with map cracking, see Figure 7.40. 

The UV light ASR test does not show the presence of ASR gel in the wingwall.  

Also, no locations of ASR gel were identified with the SEM. 
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(a) Ettringite in Voids (b) Analysis of (a) 

 

(c) Ettringite in Voids (d) Analysis of (c) 

Figure 7.40: US 29 over Middle Patuxent River (1301302) 
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7.5.10 Control Bridge 0333702 (I-795 over Cockeys Mill Road) 

Three cores were taken from the outside face of the west parapet above the 

northwest wingwall; see Figure 7.41 for locations. 

 
Figure 7.41: Coring Locations (I-795 over Cockeys Mill Road) 

 

All three cores exhibited ettringite formations throughout the samples, but the samples 

only contained hexagonal prismatic DEF in voids.  The amount of DEF found in the 

voids was minimal compared to bridges with map cracking, and the DEF was found 

mixed in with calcium hydroxide crystals, see Figure 7.42.  

The UV light ASR test did not show the presence of ASR gel in the parapet.  One 

microscopic location of ASR gel was observed in the right core, but ASR does not appear 

to be of significant quantity to produce damage. 
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(a) Ettringite in Voids (b) Analysis of (a) 

 

(c) Ettringite in Voids (d) Analysis of (c) 

Figure 7.42: I-795 over Cockeys Mill Road (0333702) 
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7.6 Summary and Conclusion 
Upon examining all 29 cores, 26 cores contained Delayed Ettringite Formation 

(DEF), and of the ten bridges, seven bridges contained Alkali-Silica Reaction (ASR) gel.  

In addition, four different types of ettringite formations were observed: needle-like 

crystals, hexagonal prismatic crystals, a tightly-packed, and a lamellar material, see 

Figure 8.1. 

The study confirms that MDSHA bridges exhibit DEF in the bridge population 

throughout the state.  No statistical values can be derived from this study since the 

population was deliberately skewed toward bridges with suspect symptoms; more work is 

necessary in order to quantify the probability of DEF occurrence. 

The study observed four different forms of DEF in samples from the field.  The 

possibility of ettringite existing in different forms has been speculated by some 

researcher, but this topic is still highly debated.  The results from this study should help 

shed some light on this topic.   

Another debated topic is the role of DEF in the expansion process that leads to 

map cracking.  The study compared the SEM results to the surface conditions, and 

several trends were observed including, the significance of DEF in concrete microcracks, 

and the quantity of tightly-packed DEF.  Both are believed to be correlated with map 

cracking on the concrete surface.  A hypothesis can be developed from this research 

suggesting a link between map cracking with associated moisture on the surface, 

extensive amounts of DEF in microcracks inside the concrete element, and ASR.  

Diamond suggests that ASR works to develop the initial microcracks and DEF 

propagates the cracks (1994).  This explanation best describes the samples observed in 

this study.   Because of the limited number of corings taken, a hypothesis can be 

developed but future work will be needed to clarify and verify the hypothesis.  A possible 

correlation between the surface map cracking and interior deficiencies would be very 

useful for bridge inspectors since no equipment would be needed to identify locations 

suffering from DEF / ASR deterioration.  Once identified, the locations can be tested 

further or monitored as needed. 

Future work should be preformed to test this hypothesis involving additional 

corings and laser shearogophy.  Laser shearogophy is a non-destructive test that detects 
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microcracking and could provide a better understanding of the existing crack, which DEF 

can use to cause deterioration.  A future coring regiment should focus on verifying the 

working hypothesis.  Once the hypothesis is finalized, bridge inspectors can be trained to 

identify DEF / ASR deterioration throughout the State of Maryland.  Further research 

should, also, be conducted into understanding the expansion process of DEF, which could 

lead to developing abatement processes and correcting the mix composition to prevent 

further incidences of DEF.  Mitigation processes to prevent further damage for existing 

DEF cases would also be helpful. 
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Chapter Eight 

Discussion of Results 

  

8.1 Introduction 
As discussed above, sixteen bridges were selected as part of the overall project 

with Maryland State Highway Administration (MDSHA).  Seven of the bridges were 

tested using the autoradiography method and all bridges with deterioration were tested 

with the impact-echo technique.   

Ten bridges, eight with deterioration and two control bridges, were cored for 

analysis by SEM, and EDAX which can positively verify the presence of DEF.  Summary 

of bridge test data is given in Table 8.1. 
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Table 8.1: Summary of Bridge Test Data 

 

Bridge # 
Number of 

Impulse Echo 
Waveforms 

Number of 
Autoradiography 

Locations 

Number of 
Cores 

2203201 6 N/A 2 

0500800 * N/A N/A N/A 

1511300 12 2 3 

1600400 9 2 3 

1620003 10 2 3 

0311100 6 2 N/A 

0314200 6 2 3 

0333402 4 N/A N/A 

0208303 4 N/A N/A 

0800201 3 N/A 3 

1102100 6 N/A 3 

2115004 4 2 N/A 

0605800 3 N/A N/A 

1311000 6 4 3 

0333702 N/A N/A 3 

1301302 N/A N/A 3 

* - No Visible Damage 

 

8.2 Results 
Twenty-six cores out of a total of twenty-nine exhibited signs of DEF.  Also six 

bridges contained ASR gel as noted in the ultra-violet (UV) light alkali-silica reaction 

(ASR) test and SEM results.  The overall results lead to two observations.  First, several 

forms of ettringite morphology were observed in field concrete.  Secondly, comparisons 

of the testing results with the level of observed deterioration lead the research team to 

observe several trends.     



 

155 

8.2.1 Ettringite Morphology 
In the course of analyzing the core samples throughout the study, four different 

forms of DEF were observed in samples from the field, see Figure 8.1.  The possibility of 

ettringite existing in different forms has been speculated by some researchers, but this 

topic is still highly debated.  The four different types of ettringite formations observed 

are: needle-like crystals, hexagonal prismatic crystals, a tightly-packed ettringite 

formations, and a lamellar material.   

 

 

(a) Needle-like Ettringite Crystals 
(b) Hexagonal Prismatic 

Ettringite Crystals  

 

(c) Tightly-Packed Ettringite (d) Lamellar Ettringite 

Figure 8.1: Ettringite Formations 
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8.2.2 DEF and ASR Observed Trends 
Despite years of research, the roles of ASR and DEF remain uncertain and the 

mechanism of deterioration is still unclear.  ASR gel is formed from reactive aggregates 

and alkalis, which are either present in the Portland cement or infiltrate from external 

sources such as deicing salts or the local environment (Mehta 1986, Taylor 1990).  The 

ASR gel formation per se is not deleterious, but once the relative humidity in the concrete 

reaches eighty percent (80%), the ASR gel expands and is believed to exceed the tensile 

strength of the concrete causing cracks to form and propagate (Stark 1994).  DEF forms 

from available sulfates and aluminates in the Portland cement (Day 1992).  The ettringite 

crystals hydrate in the hardened concrete and are believed to cause expansion in existing 

cracks (Diamond, Zhang, and Olek 2002).  Researchers believe both ASR and DEF cause 

microcracking that result in visible cracking on the surface of the concrete element.   

The bridges investigated in this study exhibited several trends including 

• No map cracking with DEF 

• Localized map cracking with DEF 

• Localized map cracking with both ASR and DEF 

• Extensive map cracking with both ASR and DEF 

The research team defined bridges based on visual inspection of the concrete element.  

Map cracking is commonly defined as cracking which occurs in a distributed pattern.  For 

this study, the research team defined localized map cracking as a small area of map 

cracking, which is significantly less than the surface area of the concrete element.  

Therefore, extensive map cracking is defined as significant areas of map cracking on a 

concrete element.  The research team observed coexistence of ASR and DEF, which has 

also been observed in numerous studies (Mielenz et al. 1995 and Diamond, Ong, and 

Bonen 1994).  Still, little is understood about the significance of both forms of possible 

deterioration, DEF and ASR, coexisting. 
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8.2.3 No Map Cracking with DEF 
Control Bridge 1301302, US 29 SB over Middle Patuxent River, did not exhibit 

map cracking on the southwest wingwall where the cores were taken, see Figure 8.2.  The 

SEM results show ettringite crystal growth in the voids, see Figure 8.3.  The crystals were 

hexagonal prismatic which grew in unrestrained spaces, and are not necessarily 

considered evidence of deleterious expansion since the crystals were free to expand.   

Control Bridge 0333702, I-795 SB over Cockeys Mill Road, did not exhibit map 

cracking on the northwest wingwall where the cores were taken, see Figure 8.4.  The 

SEM results show ettringite crystal growth and a location of ASR gel in the voids, see 

Figure 8.5.  The crystals were hexagonal prismatic which grow in unrestrained spaces, 

and are not necessarily considered evidence of deleterious expansion since the crystals 

are free to expand.  The ettringite is mixed heavily with calcium hydroxide (CaOH2), 

which makes distinguishing between the calcium hydroxide and the ettringite formations 

difficult.  In Figure 8.5 (a), both formations are readily visible.  ASR gel was observed in 

a void, and though ASR gel was observed with the SEM, the ultraviolet ASR test 

indicated that ASR gel was not present in large quantities.  The ASR gel quantity is 

insignificant, probably because of very limited supply of reactive aggregate. 

 

 
Figure 8.2: Sampled Area (1301302 – US 29 SB over Middle Patuxent River) 
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(a) Ettringite in Void (b) Analysis of Whole Picture (a) 

Figure 8.3: Typical Voids (1301302 – US 29 SB over Middle Patuxent River) 

 

 
Figure 8.4: Sampled Area (0333702 – I-795 SB over Cockeys Mill Road) 
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(a) Ettringite in Void (b) Analysis of DEF Crystals in(a) 

 

 

(c) Analysis of Calcium Hydroxide 

Crystals in(a) 
 

Figure 8.5: Typical Voids (0333702 – I-795 SB over Cockeys Mill Road) 
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8.2.4 Localized Map Cracking with DEF 
Bridge 0314200 (Old Court Rd over I-695) exhibited map cracking in localized 

areas, see Figure 8.6.  The SEM results show ettringite crystal growth in the voids and on 

the surface of crack fractures, see Figure 8.7.  The ettringite crystals were long hexagonal 

prismatic and short thin needles. 

Bridge 2203201 (US 13 NB over MD 346) exhibited map cracking in localized 

areas, see Figure 8.8.  The SEM results show ettringite crystal growth in the voids, see 

Figure 8.9.  DEF in the voids was lamellar. 

Diamond, Zhang, and Olek suggest that, if microcracks are present prior to the 

development of ettringite, ettringite crystals can develop at the crack tip, and due to the 

high stress modification factor associated with crack tips, ettringite can then propagate 

the crack (2002).  They indicate that several factors can cause microcracks, and they 

tested concretes and found that strains as low as 0.02% can develop microcracking.  Their 

research with modern concrete indicates that some concretes during the drying process 

exceed this strain limit, and therefore, microcracks are available for the ettringite to form 

in and then to propagate cracks. 

 

  
Figure 8.6: Localized Map Cracking (0341200 - Old Court Road over I-695) 
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(a) Ettringite on the Surface (b) Analysis of Whole Picture (a)  

Figure 8.7: Typical Ettringite Formations (0341200 - Old Court Road over I-695) 

 

 
Figure 8.8: Localized Map Cracking (2203201 - US 13 NB over MD 346) 



 

162 

 

(a) Ettringite in Void  (b) Analysis of (a) 

Figure 8.9: Typical Voids (2203201 - US 13 NB over MD 346) 

 

8.2.5 Localized Map Cracking with Both ASR and DEF 
Bridge 0800201 (MD 5 NB over Zekiah Swamp), Bridge 1600400 (US 1 over 

Paint Branch), and Bridge 1620003 (MD198 over I-95) exhibit localized areas of map 

cracking.  The areas typically have numerous cracks with uncracked concrete in adjacent 

areas, see Figures 8.10 to 8.12.  ASR gel was located with the scanning electron 

microscope (SEM) and identified using an energy dispersive x-ray analysis (EDAX).  An 

ultraviolet light test was also used to determine if ASR gel was prevalent in the core.  All 

bridges contained ASR gel as determined by the SEM and ultraviolet light test, see 

Figure 8.13 for typical ASR gel location.  In addition to ASR gel, DEF was found in each 

bridge, and the various forms of morphology included hexagonal prismatic and tightly 

packed formations, see Figures 8.14 and 8.15.   

Bridges 1600400 and 1620003 contained DEF and ASR in all cores, but Bridge 

0800201 only contained DEF and ASR in one (1) core, with the other two (2) cores being 

free of DEF and ASR. 
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Figure 8.10: Localized Map Cracking (0800201 - MD 5 NB over Zekiah Swamp) 

 

 
Figure 8.11: Localized Map Cracking (1600400 - US 1 over Paint Branch) 
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Figure 8.12: Localized Map Cracking (1620003 - MD198 over I-95) 

 

(a) ASR Gel (b) Analysis of ASR Gel (a) 

Figure 8.13: Typical ASR Gel (0800201 - MD 5 NB over Zekiah Swamp) 
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(a) Ettringite on the Surface (b) Analysis of Ettringite in (a) 

Figure 8.14: Ettringite (0800201 - MD 5 NB over Zekiah Swamp) 

 

(a) Ettringite Filling Void 
(b) Analysis of Ettringite  

Filling Void (a) 

Figure 8.15: Ettringite (1620003 - MD198 over I-95) 
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8.2.6 Extensive Map Cracking With Both ASR and DEF 
Bridge 1102100 (US 219 over Deep Creek Lake), Bridge 1311000 (MD 32 EB 

CD over US 1), and Bridge 1511300 (Greentree Road over I-495) exhibited map cracking 

covering the entire surface of the affected concrete element, see Figures 8.16 to 8.18.  

Using the scanning electron microscope (SEM) and energy dispersive x-ray analysis 

(EDAX), ASR gel was observed in all bridges.  Furthermore, an ultraviolet light test was 

used to determine if ASR gel was prevalent in large quantities in the core, see Figure 8.19 

for typical ASR gel location.  In addition to ASR gel, DEF were found in each bridge, 

and the various forms of morphology included hexagonal prismatic and tightly packed 

formations, see Figures 8.20 to 8.22.   

Diamond, Ong, and Bonen in a study of steam cured railroad ties found the 

coexistence of ASR and DEF highly likely (1994).  This study finds that the coexistence 

of ASR and DEF is also highly likely for cast-in-place concrete.   

 

 
Figure 8.16: Map Cracking (1102100 - US 219 over Deep Creek Lake) 
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Figure 8.17: Map Cracking (1311000 - MD 32 EB CD over US 1) 

 

 
Figure 8.18: Map Cracking (1511300 - Greentree Rd over I-495) 
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(a) ASR Gel with Cracking (b) ASR Gel – Close-up of (a) 

Figure 8.19: ASR Gel (1102100 - US 219 over Deep Creek Lake) 

 

(a) Ettringite on the Surface (b) Analysis of Whole Picture (a) 

Figure 8.20: Hexagonal Prismatic Ettringite (1311000 - MD 32 EB CD over US 1) 
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(a) Ettringite Mass on Surface of the 

Aggregate 
(b) Analysis of Whole Picture (a) 

Figure 8.21: Tightly Packed Ettringite (1511300 - Greentree Rd over I-495) 
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(a) Ettringite Mass on Surface of the 

Sample 
(b) Ettringite Mass in (a) 

 

 

(c) Ettringite Filling Void (d) Analysis of Ettringite in (c) 

Figure 8.22: Tightly Packed Ettringite (1511300 - Greentree Rd over I-495) 
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8.2.7 Non-Destructive Testing Results 
In addition to the coring analysis, two non-destructive testing methods, 

autoradiography and impact-echo test, were used in an attempt to further investigate the 

cause and level of deterioration of DEF related damage.  For the autoradiography testing, 

the comparison between relative potassium measurements and scanning electron 

microscope observations for ettringite crystals was complicated by the lack of a 

quantitative measure of ettringite and the loss of the autoradiography plates midway 

through the field study.  Also the radioactivity measurement was affected by various 

parameters such as thickness of concrete element, etc.  This requires additional data 

analysis to permit a valid comparison of the potassium content from one bridge to 

another.  For the impact-echo testing, the test demonstrated loss of strength in concrete 

elements by measuring over time the concrete’s response to a sudden impact.  The impact 

produces stress waves, which reflect and refract as they travel through the concrete.  The 

echoes in damaged concrete exhibited greater damping than ordinary concrete.  The 

initial impact-echo data analysis showed a correlation with compressive strength.  

However, to obtain valid damping factors, an advanced signal processing program, 

provided by Professor Alexander Sutin of Stevens Institute, had to be used.  Preliminary 

work using more advanced signal processing methods suggests that it is possible to 

extract the parameters even in damaged areas by using data windowing to eliminate the 

early transients, band pass filtering around the resonant frequency and using both positive 

and negative peak amplitudes. 
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Chapter Nine 

Conclusions and Future Research 
 

 

9.1 Conclusions 

The goal of this research was to help the Maryland State Highway Administration 

(MDSHA) better understand DEF and the possible effects DEF may have on reducing the 

life span of concrete elements used for bridge structures.  Of particular interest to this 

project were nondestructive testing methods that could indicate the presence of DEF.  In 

order to study DEF, a statistical sample of bridges was selected from the MDSHA Bridge 

Management Information System (MDSHA BMIS) with the presence of map cracking 

used as the selection criterion.  Map cracking is recorded in the MDSHA BMIS for 37 

percent of the inventory.  All the bridges in this sample, that were cored, were found to 

have some form of ettringite.  However, two bridges that were not recorded as having 

map cracking also had ettringite.  Thus map cracking by itself is not a definitive indicator 

of DEF.  On the other hand, map cracking has often been assumed to be a sign of ASR.  

This study has shown that DEF can occur with map cracking in the absence of ASR.  

Therefore, map cracking is not a definitive indicator of ASR either.  Nevertheless, the 

presence of map cracking indicates that some type of damage is taking place, and it calls 

for more intensive analyses. 

 This study has shown that DEF definitely exists in bridges in Maryland.  Hence it 

is not a problem that is localized to a few geographical sites such as Texas.  Given the 

similarity of construction methods and materials, it is likely that DEF will also be found 

in neighboring states.  Therefore, it would be very desirable to extend this survey to those 

states. 
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 In the bridges that were studied, DEF was found in cast in place bridge elements.  

This therefore refutes the theory that DEF happens only as a result of high-temperature 

curing. 

Four distinct forms of ettringite morphology were observed including: short thin 

needle-like crystals, long hexagonal prismatic crystals, tightly packed formation, and a 

lamellar formation.  These may indicate progressive stages in the DEF damage process, 

but because of the limited number of data, additional samples will be needed to confirm 

this hypothesis. 

This research demonstrated the feasibility of measuring potassium in concrete in 

the field using autoradiography, a non-destructive testing method.  Given the lack of 

other analytical methods for independently measuring the bulk average of potassium in 

concrete, it is not possible to confirm experimentally the accuracy of the autoradiography.  

Nevertheless, based on well-established nuclear radiation theory and computer 

simulations, there is a high degree of confidence that the measured values of potassium 

correspond to the actual levels in the concrete. 

Concerning a correlation between potassium levels and DEF, this is difficult to 

establish because all specimens contained ettringite.  It may be that further data analysis 

will show a correlation between potassium level and ettringite morphology. 

The impact-echo method produced useful data on the attenuation of ultrasound in 

undamaged concrete.  However, the existing signal processing algorithm was difficult to 

apply to damaged concrete.  Preliminary research using a more sophisticated algorithm 

suggests that the method could be successfully applied to damaged concrete as well.  This 

could then be used to test for a correlation between impulse-echo attenuation and degree 

of damage. 
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9.2 Future Research 
 

The results from this study suggest that the study should be expanded to a larger 

number of bridges and should not be limited to only those with visible map cracks. 

Future work should be performed involving additional corings and laser 

shearography to test the hypothesis developed in this study.  A future coring study should 

focus on confirming the relationships among map cracking, potassium, and ettringite 

damage.  Once the hypothesis is finalized, bridge inspectors can be trained to identify 

DEF / ASR deterioration throughout the State of Maryland.  As the number of sampled 

bridges increases, correlations between damage and factors such as the age of the bridge 

should be analyzed.  It would also be very desirable to extend the geographical coverage 

of the survey to other states around the country. 

Laser shearography is a non-destructive test that detects very fine microcracking 

and thus can be used to study the relationship between early age shrinkage cracking and 

DEF.  It may be possible to use this method to identify bridges that will show DEF in the 

future. 

Further research should also be conducted into better understanding of the 

expansion process of DEF, which could lead to developing abatement processes and 

correcting the mix composition to prevent further incidences of DEF.  Mitigation 

processes to prevent further damage for existing DEF cases would also be helpful. 
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