
  

    

 

 

 

 

Maryland Department of Transportation, State Highway Administration 

Certified List: Graded Aggregate Plants 

Maximum Optimum 
Dry Density Moisture Content Aggregate Type 

JMF (pcf) (%) Virgin Recycled 

Producer Plant No. JMF No. Expiry Date T-180 D Aggregate Concrete 

Martin Marietta Materials 

Pinesburg Plant 

Williamsport, MD 

Martin Marietta Materials 

Boonsboro Plant 

Boonsboro, MD 

GA-01 

GA-02 

GA-01-1-24 

GA-02-1-24 

01/31/2026 

01/31/2026 

144.9 

146.0 

5.1 

5.0 

Chaney Enterprises, Inc. 

Mechanicsville Plant 

Mechanicsville , MD 

Martin Marietta Materials 

Frederick Plant 

Frederick, MD 

GA-03 

GA-04 

GA-03-1-22 

GA-04-1-24 

10/31/2024 

04/30/2026 

152 

146.7 

5.3 

4.3 

Laurel Sand & Gravel, Inc. 

Beaver Creek Plant 

Hagerstown, MD 

Allegany Aggregates, Inc. 

Bedrock Plant 

Flintstone, MD 

GA-05 

GA-06 

GA-05-1-24 

GA-06-1-23 

04/30/2026 

04/30/2025 

148.9 

145.1 

5.9 

5.3 

Keystone Lime Co., Inc. 

Eichorn Plant 

Fort Hill, PA 

Vulcan Materials Company, Inc. 

Frederick Plant 

Frederick, MD 

GA-08 

GA-09 

GA-08-1-23 

GA-09-1-22 

10/31/2025 

07/31/2024 

149.3 

145.6 

5.0 

5.1 
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Maryland Department of Transportation, State Highway Administration 

Certified List: Graded Aggregate Plants 

Maximum Optimum 
Dry Density Moisture Content Aggregate Type 

JMF (pcf) (%) Virgin Recycled 

Producer Plant No. JMF No. Expiry Date T-180 D Aggregate Concrete 

Laurel Sand & Gravel, Inc. 

Barrick Plant 

Woodsboro, MD 

Holcim 

Rockville Plant 

Rockville, MD 

GA-10 

GA-21 

GA-10-1-23 

GA-21-1-24 

04/30/2025 

04/30/2026 

143.5 

147 

4.0 

5.2 

Holcim 

Bladensburg Terminal (Millville Quarry) 

Bladensburg, MD 

Vulcan Materials Company, Inc. 

Annapolis Junction Sales Yrd. (Hanover 

Annapolis Junction, MD 

GA-22 

Quarry) 

GA-23 

GA-22-1-23 

GA-23-1-23 

10/31/2025 

07/31/2025 

150.2 

151.8 

4.4 

3.9 

Gudelsky Group 

Chantilly Plant 

Chantilly, VA 

Vulcan Materials Company, Inc. 

Havre de Grace Plant 

Havre de Grace, MD 

GA-27 

GA-42 

GA-27-1-24 

GA-42-1-22 

01/31/2026 

07/31/2024 

154.2 

150.0 

5.4 

4.7 

Martin Marietta Materials 

Churchville Plant 

Bel Air, MD 

Martin Marietta Materials 

Medford Plant 

New Windsor, MD 

GA-43 

GA-45 

GA-43-1-24 

GA-45-1-24 

04/30/2026 

04/30/2026 

156.7 

146.1 

4.7 

4.4 
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Maryland Department of Transportation, State Highway Administration 

Certified List: Graded Aggregate Plants 

Maximum Optimum 
Dry Density Moisture Content Aggregate Type 

JMF (pcf) (%) Virgin Recycled 

Producer Plant No. JMF No. Expiry Date T-180 D Aggregate Concrete 

Martin Marietta Materials 

Texas Plant 

Cockeysville, MD 

Savage Stone, LLC 

Savage Stone Plant 

Jessup, MD 

GA-47 

GA-49 

GA-47-1-23 

GA-49-1-22 

04/30/2025 

07/31/2024 

151.6 

151.1 

4.6 

6.2 

Vulcan Materials Company, Inc. 

Brooklyn Terminal (Harve de Grace Quarry) 

Brooklyn, MD 

Vulcan Materials Company, Inc. 

Hanover Plant 

Hanover, PA 

GA-52 

GA-54 

GA-52-1-22 

GA-54-1-23 

07/31/2024 

07/31/2025 

150.0 

151.8 

4.7 

3.9 

Martin Marietta Materials 

North East Plant 

North East, MD 

Allan Myers Materials, Inc. 

Cedar Hill 

Peach Bottom, PA 

GA-61 

GA-62 

GA-61-1-24 

GA-62-1-22 

04/30/2026 

01/31/2025 

152.1 

143.9 

5.8 

5.9 

Allan Myers Materials, Inc. 

Elk Mills Plant 

Elk Mills, MD 

Vulcan Materials Company, Inc. 

Salisbury Terminal( Harve De Grace Quarry) 

Salisbury, MD 

GA-63 

GA-64 

GA-63-1-24 

GA-64-1-22 

01/31/2026 

07/31/2024 

137.7 

150.0 

5.5 

4.7 
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Maryland Department of Transportation, State Highway Administration 

Certified List: Graded Aggregate Plants 

Maximum Optimum 
Dry Density Moisture Content Aggregate Type 

JMF (pcf) (%) Virgin Recycled 

Producer Plant No. JMF No. Expiry Date T-180 D Aggregate Concrete 

Haines & Kibblehouse, Inc. 

Penn/MD Materials Plant 

Peach Bottom, PA 

Vulcan Materials Company, Inc. 

Easton Terminal (Havre de Grace Quarry) 

Easton, MD 

GA-65 

GA-66 

GA-65-1-23 

GA-66-1-22 

10/31/2025 

07/31/2024 

145.6 

150.0 

5.5 

4.7 

Gudelsky Group 

Brandywine Plant 

Brandywine, Maryland 

Chaney Enterprises, Inc. 

Waldorf Plant 

Waldorf, MD 

GA-67 

GA-69 

GA-67-1-24 

GA-69-1-24 

01/31/2026 

04/30/2026 

154.1 

147.5 

6.0 

4.4 

Specialty Granules 

Charmian Plant 

Blue Ridge Summit, PA 

Martin Marietta Materials 

Warfordsburg Plant 

Warfordsburg , PA 

GA-70 

GA-71 

GA-70-1-24 

GA-71-1-24 

01/31/2026 

04/30/2026 

155.4 

147.3 

5.9 

4.3 

Holcim 

La Plata Terminal (Millville Quarry) 

La Plata, MD 

Vulcan Materials Company, Inc. 

Graham Plant 

Lorton, VA 

GA-72 

GA-74 

GA-72-1-22 

GA-74-1-23 

10/31/2024 

04/30/2025 

150.2 

145.8 

4.7 

5.1 
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Maryland Department of Transportation, State Highway Administration 

Certified List: Graded Aggregate Plants 

Maximum Optimum 
Dry Density Moisture Content Aggregate Type 

JMF (pcf) (%) Virgin Recycled 

Producer Plant No. JMF No. Expiry Date T-180 D Aggregate Concrete 

Vulcan Materials Company, Inc. 

Edsall Road Sales Yard (Graham Quarry) 

Springfield, VA 

Laurel Sand & Gravel, Inc. 

Finksburg Terminal (Barrick Quarry) 

Finksburg, MD 

GA-77 

GA-78 

GA-77-1-23 

GA-78-1-23 

04/30/2025 

04/30/2025 

144.0 

145.9 

5.7 

4.3 

York Building Products 

Principio 

Port Deposit, MD GA-80 GA-80-1-23 01/31/2025 143.0 6.0 

P. Flanigan and Sons, Inc. 

Winchester Plant 

Baltimore, MD RC GA-30 RC GA-30-1-22 04/30/2026 129.2 8.7 

Martin Marietta Materials 

Frederick Plant 

Frederick, Md 

Holcim 

Kirby Rd Sand & Gravel 

Clinton, MD 

RC GA-34 

RCGA-37 

RC GA-34-1-24 

RCGA-37-1-23 

04/30/2026 

10/31/2025 

118.5 

130.0 

12.7 

8.3 

Holcim 

Bladensburg Terminal 

Clinton, MD RCGA-38 RCGA-38-1-23 10/31/2025 128.7 10.7 
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