
    

 

  

 

 

  

 

 

 

  

 

 

 

  

 

 

  

 

   

  

 

 

  

  

 

  

 

 

 

Performance Graded Asphalt Binder List of Qualified Producers/Manufacturers 

Aggregate Industries, Inc. 

Bardon 

5501 Pennington Ave. 

Baltimore, MD 21226 

Qualified Material Types 

58S-28 

Associated Asphalt 

Associated Asphalt - Greensboro 

100 South Chimmey Rock Rd 

Greensboro, NC 27409 

Qualified Material Types 

76E-28 

Allan Myers Materials, Inc. 

Allan Myers Materials 

5501 Pennington Ave, 

Baltimore, MD 21226 

Qualified Material Types 

64S-22 

Associated Asphalt Baltimore 

1955 Chesapeake Ave. 

Baltimore, MD 21226 

Qualified Material Types

 64S-22 

Associated Asphalt Baltimore NS 

1800 Frankfurst Ave. 

Baltimore, MD 21226 

Qualified Material Types 

58S-28, 64S-22, 64H-22, 64E-22, 76E-28 

Associated Asphalt Dumfries 

18000 Cockpit Point Road 

Dumfries, VA 22026 

Qualified Material Types 

64S-22, 64H-22, 64E-22, 76E-28 

Associated Asphalt Gloucester City 

King Street & Jersey Avenue 

Gloucester City, NJ 08030 

Qualified Material Types 

58S-28,64S-22, 64V-28, 64H-22, 64E-22, 76E-28 

Associated Asphalt Martinsburg 

855 Corning Way 

Martinsburg, WV 25401 

Qualified Material Types 

58S-28, 64S-22, 64H-22, 64E-22 

Associated Asphalt Newport News 

801 Terminal Avenue 

Newport News, VA 23607 

Qualified Material Types 

58S-28, 64S-22, 64H-22, 64E-22 
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Performance Graded Asphalt Binder List of Qualified Producers/Manufacturers 

Associated Asphalt Paulsboro 

4 Paradise Road 

Paulsboro, NJ 08066 

Qualified Material Types 

58S-28, 64S-22, 64H-22, 64E-22 

Associated Asphalt Richmond 

4110 Deepwater Terminal Road 

Richmond, VA 23234 

Qualified Material Types 

58S-28, 64S-22 

Bitumar USA 

PBF Holding LLC 

PBF Paulsboro Refinery 

800 Billingsport Road 

Paulsboro, NJ 08066 

Qualified Material Types 

58S-28, 64S-22 

PBF Philadelphia Terminal 

3400 S. 67th Street 

Philadelphia, PA 19153 

Qualified Material Types 

58S-28, 64S-22 

Bitumar 

6000 Pennington Ave. 

Baltimore, MD 21226 

Qualified Material Types 

58S-28, 64E-22, 64S-22, 64S-28, 76E-28 

Bitumar USA 

1622 S Clinton Street 

Baltimore, Md 21224 

Qualified Material Types 

64S-22 

Hammaker East, LTD/Russell Standard Corp. 

Baltimore MD (Mis. Materials) 

3450 Asiatic Avenue 

Baltimore, MD 21226 

Qualified Material Types 

64S-22, 58S-28 

Marathon Petroleum Company, LP 

MPC Floreffe (Binder Terminal) 

1100 Glass House Road 

Jefferson Hills, PA 15025 

Qualified Material Types 

64S-22, 64E-22 

Seaford Terminal LLC 

Seaford Asphalt Supply - Seaford 

25938 Nanticoke Street 

Seaford, DE 19971 

Qualified Material Types 

58S-28 64S-22 

United Refining Company 

United Refining Company - Springdale 

13 Mellon Street 

Springdale, PA 15144 

Qualified Material Types 

64S-22 
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