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CATEGORY 900
MATERIALS
 TC "SP-Section 910 - Bearings" 
SECTION 910( BEARINGS

910.02 STRUCTURAL BEARING PADS.

910.02.01 Elastomeric Pads.

706
DELETE:  The first paragraph, “Elastomeric bearing pads…furnished elastomeric bearings.” in its entirety.
INSERT:  The following.

Elastomeric bearing pads shall meet material requirements described in the AASHTO LRFD Bridge Design Specifications.  The elastomeric bearing pads shall be 60 durometer hardness, Shore Type A.  Accompanying the certificate for elastomeric bearing pads shall be two standard ASTM tensile slabs molded from the same compound batch as the furnished elastomeric bearings.

910.02.02 Self-Lubricating Bearing Assembly.
707
DELETE:  The first paragraph, “A fabric reinforced…as modified herein.” in its entirety.

INSERT:  The following.

A fabric reinforced elastomeric pad, Tetrafluoroethylene (TFE) bonded to the pad and a stainless steel sheet.  All elements shall meet AASHTO LRFD Bridge Design Specification.
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